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ABSTRACT: Thin-film solar cells made from earth-abundant, inexpensive, and non-toxic materials are needed to replace the current 
technologies whose widespread use is limited by their use of scarce, costly, and toxic elements.1 Tin monosulfide (SnS) is a promising 
candidate for making absorber layers in scalable, inexpensive, and non-toxic solar cells. SnS has always been observed to be a p-type 
semiconductor. Doping SnS to form an n-type semiconductor would permit the construction of solar cells with p-n homojunctions. 
This paper reports doping SnS films with antimony, a potential n-type dopant. Small amounts of antimony (~1%) were found to 
greatly increase the electrical resistance of the SnS. The resulting intrinsic SnS(Sb) films could be used for the insulating layer in a p-i-n 
design for solar cells. Higher concentrations (~5%) of antimony did not convert the SnS(Sb) to low-resistivity n-type conductivity, but 
instead the films retain such a high resistance that the conductivity type could not be determined. Extended X-ray absorption fine 
structure analysis reveals that the highly doped films contain precipitates of a secondary phase that has chemical bonds characteristic 
of metallic antimony, rather than the antimony-sulfur bonds found in films with lower concentrations of antimony. 

Introduction 
In the past few decades, tin(II) sulfide (SnS) has gained much 

attention as a possible alternative absorber material for the next 
generation of thin-film solar cells to replace the current best-
developed technology  based on Cu(In,Ga)Se2 and CdTe, which 
involve toxic Cd and rare elements In, Ga, and Te. In addition 
to low toxicity, low cost, and natural abundance of its constitu-
ent elements, SnS has high optical absorption (α > 104 cm-1) 
above the direct absorption edge at 1.3-1.5 eV.2, 3 It has native p-
type conduction due to the small enthalpy of formation of tin 
vacancies, which generate shallow acceptors.4  SnS-based 
heterojunction solar cells have been reported using different n-
type partners such as ZnO,5 CdS,6 Cd1-xZnxS,7 SnS2,

8 TiO2,
9 and 

a-Si.10 The power conversion efficiencies (η) achieved so far on 
these planar heterojunction devices are still rather low (< 
1.3%).6 Some of the main contributors to this poor efficiency 
could be an unfavorable band offset and rapid carrier recombi-
nation at trap states near the interface between SnS and the n-
type buffer layers.11 In this aspect, a homojunction might pro-
vide a better device performance, provided that n-type SnS can 
be produced. In addition to the homojunction approach, im-
proved SnS-based solar cells might have a p-i(SnS)-n structure, 
similar to a strategy proposed by Sites et al. for CdTe.12 This 
approach requires SnS to have a low carrier concentration on 
the order of 1013 cm-3, which is lower than typical undoped SnS 
values of 1015-1018 cm-3.3, 4, 6, 13 Therefore, the ability to control 
carrier concentration and conduction type of SnS could im-
prove SnS-based thin film solar cells and, in general, could 

broaden the utility of SnS as an optoelectronic semiconductor 
outside the field of photovoltaics. 

SnS can be doped by Ag13, 14 and Cu15 to increase its hole 
concentration to around 1019 cm-3. Dussan et al. attempted to 
use Bi to substitute Sn in SnS to provide n-type conduction, but 
the material remains p-type below 50% Bi concentration.16 
Sajeesh et al. reported n-type SnS thin films obtained by chemi-
cal spray pyrolysis, but this result is probably due to a significant 
n-type Sn2S3 impurity phase in the films.17 One promising n-type 
substitutional dopant is antimony(III), Sb3+, due to the similari-
ty of its ionic radius to Sn2+. Albers et al. reported the use of Sb 
as a dopant that lowers the hole concentration of SnS to be less 
than 1014 cm-3.13 Nonetheless, the specific Sb concentration and 
detailed studies of its effect on the electrical properties of SnS 
were not reported. By increasing the Sb concentration further, 
it might be possible to convert SnS to an n-type semiconductor. 
Here, we report the preparation of Sb-doped SnS thin films, 
SnS(Sb), from the reaction of  bis(N,N’-diisopropylacetami-
dinato)tin(II) [Sn(MeC(N-iPr)2)2] and tris(dimethylamido)-
antimony(III) [Sb(NMe2)3] with hydrogen sulfide (H2S). We 
identify the dopant chemical state, and report the effect of Sb 
dopant concentration on the crystal structure and electrical 
properties of the material.  

Experiment 
Sb-doped SnS thin film. Pure, stoichiometric, single-phase 

SnS thin films can be obtained by atomic layer deposition 



 

(ALD) from the reaction of bis(N,N’-diisopropylacetamidinato)-
tin(II) [Sn(MeC(N-iPr)2)2, referred here as Sn(amd)2] and hydro-
gen sulfide (H2S).3 Rather than using ALD as previously report-
ed,3 SnS thin films were deposited using a modified chemical 
vapor deposition (CVD) process, referred here as a pulsed-
CVD, to speed up the deposit rate to ~15 times higher than 
that of ALD. The sequence of one cycle of a pulsed-CVD is 
composed of (i) injection of Sn(amd)2 vapor using N2 assistance, 
(ii) injection of H2S gas to mix and react with the Sn(amd)2 
vapor trapped inside the deposition zone, and (iii) evacuation of 
the gas mixture and by-products. Unlike conventional ALD, 
there is no purging of excess Sn(amd)2 before H2S injection, 
thereby increasing the deposition rate at the cost of some non-
uniformity in the film thickness along the length of the reactor. 
The substrate temperature was set to 200 °C. The tin precursor 
source was kept at 95 °C. A gas mixture of 4% H2S in N2 (Air-
gas Inc.) was used as the source of sulfur. H2S is a toxic, corro-
sive, and flammable gas (lower flammable limit of 4%).18 Thus, 
it should be handled with caution. An appropriate reactor de-
sign for H2S compatibility can be found elsewhere.19 The partial 
pressures of Sn(amd)2 and H2S after injecting into the deposi-
tion zone for each pulsed-CVD cycle are approximately 100 
mTorr and 240 mTorr, respectively. 

Sb2S3 thin films can be prepared from ALD using the reac-
tion of tris(dimethylamido)antimony(III)  [Sb(NMe2)3] (Sigma-
Aldrich) and hydrogen sulfide (H2S).20 The stop-flow ALD 
mode21, 22 was used for the deposition. The antimony source was 
kept at room temperature (25 °C). The total exposure of 
Sb(NMe2)3 and H2S for each of an ALD cycle were approximate-
ly 0.7 and 1.1 Torr·s, respectively. Sb-doped SnS thin films were 
deposited by inserting cycles of ALD Sb2S3 into the deposition 
of SnS. By varying the ratio between the numbers of Sb2S3 and 
SnS cycles, controlled concentrations of Sb3+ in SnS can be 
obtained. For example, a 1% cycle ratio film, SnS(1% Sb), was 
prepared by alternating between 99 cycles of SnS and 1 cycle of 
Sb2S3. Three samples were deposited using 1%, 2%, and 5% Sb 
cycles to determine the effect of Sb concentration on the crystal 
structure and electrical properties of the films. 

Material Characterization. Film morphology was character-
ized using field-emission scanning electron microscopy 
(FESEM, Zeiss, Ultra-55). The film thickness was determined 
from cross-sectional SEM. The elemental composition of the 
films was determined by Rutherford backscattering spectrosco-
py (RBS, Ionex 1.7 MV Tandetron) and time-of-flight secondary 
ion mass spectroscopy (ToF-SIMS). X-ray photoelectron spec-
troscopy (XPS, Surface Science, SSX-100) was used to detect 
possible carbon, nitrogen, and oxygen contamination in the 
films. The crystal structures of SnS and Sb-doped SnS thin films 
were examined by X-ray diffraction (XRD, PANalytical X’Pert 
Pro) with Cu Kα radiation (λ = 1.542 Å) using θ-2θ scan. The 
lattice parameters were calculated from least square fitting to 
the position of the Bragg peaks determined by Gaussian fit. 
Electrical properties of the films were characterized by Hall 
measurement (MMR technologies K2500) using the Van der 
Pauw method at 300 K. Synchrotron-based extended X-ray ab-
sorption fine structure (EXAFS) was used to study the local 
atomic environment of the antimony dopant. Synchrotron 
measurements were conducted at beamline 20-BM at the Ad-
vanced Photon Source of Argonne National Laboratory.23 

Results and Discussion 

 

Figure 1. Cross-sectional and plan-viewed SEM images of (a) an 
undoped SnS film and (b) a SnS(5% Sb) film. The scale bar is 500 
nm. 

The obtained SnS and Sb-doped SnS films appeared smooth, 
pin-hole free, and adhere well to the substrate (a-SiO2). Figure 1 
shows the surface morphology of an undoped SnS film and a 
SnS(5% Sb) film grown by pulsed-CVD at 200 °C, as observed 
by SEM. Because of the low level of doping, the surface mor-
phology of undoped SnS and all of the Sb-doped SnS samples 
are not significantly different. The film thicknesses of all the 
samples are approximately 500 nm, as determined from cross-
sectional SEM. The chemical composition of the undoped SnS 
film was measured using RBS to be stoichiometric SnS to with-
in the detection limit (±1%). As in ALD SnS3 and ALD Sb2S3,

20 
XPS does not detect any carbon or nitrogen contamination in 
the Sb-doped SnS films deposited at this particular tempera-
ture.  

The atomic concentration of Sb in SnS was estimated by 
ToF-SIMS (Figure 2a) from the average intensity of Sb+ and Sn+ 
using a Cs+ sputter source. If the efficiencies of generating Sb+ 
and Sn+ ions are assumed to be the same, then the Sb concen-
trations in SnS(1% Sb), SnS(2% Sb), and SnS(5% Sb) are de-
termined to be 0.7 ± 0.2 %, 1.2 ± 0.3 %, and 4.5 ± 0.3 %, re-
spectively. Because we lack absolute concentration standards for 
SIMS analysis of dilute Sb in Sn, these concentrations could be 
in error by a constant calibration factor. Because of the chemi-
cal similarity of tin and antimony metals, it is expected that the 
calibration factor should not deviate significantly from unity.  



 

 

Table 1. Summary of Sb concentrations, lattice constants, and electrical properties of undoped and Sb-doped SnS films. 

sample 
cycle ratio 

Sn:Sb 
%Sb in 

SnS 

lattice constant (Å) resistivity     
(Ω cm) 

carrier density 

(cm-3) 
mobility 
(cm2/Vs) a b c 

SnS 1:0 0 4.30 ± 0.01 11.19 ± 0.02 3.99 ± 0.01 175 +4.4 × 1015 8 

SnS(1% Sb) 99:1 0.7 ± 0.2 4.30 ± 0.01 11.19 ± 0.02 3.99 ± 0.01 3.82 × 104 
below measurement 

sensitivity 
SnS(2% Sb) 49:1 1.2 ± 0.3 4.27 ± 0.01 11.17 ± 0.02 3.99 ± 0.01 3.74 × 104 

SnS(5% Sb) 19:1 4.5 ± 0.3 4.28 ± 0.01 11.19 ± 0.02 3.99 ± 0.01 1.60 × 104 

 

 

Figure 2. (a) ToF-SIMS of Sb-doped SnS films at 1%, 2%, and 5% 
Sb growth cycle. (b) Film resistivity and Sb concentration in SnS 
determined from ToF-SIMS as a function of the % Sb growth cycle. 

 

Figure 3. (a) XRD spectra of SnS and 0.7%, 1.2%, and 4.5% Sb-
doped SnS. (b) An expansion around (111) lattice plane showing 
changes in lattice constants after Sb-doping. 

From Figure 2b, a slight deviation from linearity between the 
Sb concentration and Sb growth cycle percentage was observed 
in the SnS(5% Sb) sample. If the reactivity of Sb(III) precursor 
and H2S was identical on SnS and SnS(x% Sb) surfaces, then 
the atomic concentrations of Sb would be linearly proportional 
to their respective cycle percentages. However, the reactivities 
and chemisorptions on different surfaces, in general, are not 
the same. Thus, the actual Sb concentrations may not be exactly 
proportional to the cycle ratios, as observed in this case. This 
phenomenon was also observed in other doping systems, such 
as Al doped into ZnO,24 TiO2,

25 and SnO2.
26 

Figure 3a shows the X-ray diffraction (XRD) patterns of SnS 
and Sb-doped SnS films, which correspond to the orthorh-

ombic structure of Herzenbergite SnS (PDF No. 00-039-0354, a 
= 4.3291 Å , b = 11.1923 Å , c = 3.9838 Å). Other impurity 
phases (i.e., Sn2S3 and SnS2) were not detected in the deposited 
films. At 4.5% Sb-concentration, one Bragg peak at 2θ = 28.7° 
was observed, but this peak does not belong to the known SnS 
or Sb2S3 phases. The peak could be assigned to the (040) plane 
of Valentinite Sb2O3 (PDF No. 01-072-2738) or the (012) plane 
of rhombohedral Sb (PDF No. 00-035-0732). However, depth 
profiling XPS reveals no oxygen contamination in this sample. 
Thus, this Bragg peak is most likely due to Sb; presumably, the 
concentration of Sb in this sample exceeded the solid solubility 
at deposition temperature (or upon cooling); the resulting 
supersaturation was relieved via precipitation of a secondary  
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Table 2. Path names for each structure model with corresponding half-path lengths and coordination numbers. All paths are sin-
gle-scattering events with Sb as the atom of origin. For model (b), the atom of origin is shown in brackets to distinguish between 
the two distinct lattice sites of Sb in Sb2S3, denoted by Sb1 and Sb2.  

Structure model 

SnS(SbSn ) (a) Sb2S3 (b) Sb metal (c) 

Path  Reff (Å) N Path  Reff (Å)  N Path  Reff (Å)  N 

S1 2.6237 1 [Sb1] – S3 2.5044 1 Sb2 2.9063 3 

S2 2.6658 2 [Sb1] – S2 2.5225 2 Sb3 3.3513 3 

S3 3.2908 2 [Sb2] – S1 2.3836 1 - - - 

S4 3.3908 1 [Sb2] – S3 2.6747 2 - - - 

Sn1 3.4937 2 - - - - - - 

Sn2 3.9870 2 - - - - - - 

 

phase. Figure 3b presents the XRD in the region near the 
(111) lattice plane. Since Bragg angle θ is inversely proportional 
to the lattice spacing d, which for (111) plane equals to 
[abc][(ab)2+(bc)2+(ac)2]-1/2 where a, b, and c are lattice constants, 
the shift of the (111) peak position to the higher θ value indi-
cates the crystal lattice shrinkage after Sb-doping. This unit cell 
volume decreases with increasing Sb concentration from 0.7% 
to 1.2% probably due to substitution of smaller Sb3+ for Sn2+, 
but increases less with higher (4.5%) doping because of the 
precipitation of the secondary phase, as we shall see by correlat-
ing these results with EXAFS.  

Table 1 shows some electrical properties of SnS and Sb-
doped SnS thin films at 300 K. The undoped SnS thin film 
shows resistivity of 175 Ω cm, hole concentration of 4.4 × 1015 
cm-3, and mobility of 8 cm2V-1s-1. The addition of small amounts 
of Sb, even at 0.7 % concentration, effectively produces an in-
sulating film with resistivity increased to 3.82 × 104 Ω cm, more 
than two orders of magnitude higher than the undoped film. 
Upon increasing Sb concentration up to 1.2%, the resistivity of 
Sb-doped SnS film remains roughly the same, 3.74 × 104 Ω cm. 
However, the film resistivity drops by half to 1.60 × 104 Ω cm 
when the Sb concentration increases up to 4.5%. Unfortunate-
ly, the carrier concentration and conductivity type of the Sb-
doped SnS films cannot be measured from the current Hall 
setup because of their high resistivities. 

To clarify the mechanism behind the anomalous rise and fall 
of SnS film resistivity with increasing Sb doping concentration, 
we performed Extended X-ray Absorption Fine Structure 
(EXAFS) measurements at the Sb edge. The EXAFS technique 
is sensitive to the local atomic environment surrounding the 
dopant atoms, elucidating the chemical state of the dopant 
atoms (e.g., substitutional, interstitial, or second-phase particle). 
EXAFS was performed at the Sb-Kα X-ray absorption edge on 
the 1.2% SnS(Sb) film, the 4.5% SnS(Sb) film, the Sb2S3 film, 
and an Sb metal reference standard. We also performed EXAFS 
on the 0.7% SnS(Sb) film, but the signal was too weak to obtain 
a high-quality EXAFS spectrum. Data were analyzed using 
standard EXAFS analysis procedures27 to obtain the Fourier 
transforms of the EXAFS spectra shown in Figure 4. All spectra 
were k-weighted by 1, and the transform ranges for each of the 
spectra were 3.15-9, 3-10.6, 3.3-12.2, and 2.75-15 Å-1, respective-
ly. In Fig. 4, the peak at 2 Å of the 1.2% SnS(Sb) Fourier trans-
formed EXAFS spectrum matches well with that of the Sb2S3 
spectrum. In Sb2S3, this peak is due to the sulfur nearest neigh-

bors of antimony, suggesting that the antimony in the 1.2% 
SnS(Sb) sample may be incorporated into the film in a sulfur 
environment. In contrast, the Fourier transformed EXAFS 
spectrum of the 4.5% SnS(Sb) shows close resemblance to that 
of Sb metal, implying that the antimony in the 4.5% SnS(Sb) 
may be present in an antimony environment. 

Figure 4. Summary of EXAFS measurements: The magnitude of 
the complex Fourier transform of (k) at the Sb edge of the 1.2% 
SnS(Sb) film, 4.5% SnS(Sb) film, Sb2S3  film, and Sb metal stand-
ard. The peak at 2 Å in the Sb2S3 data is due to sulfur nearest-
neighbors of antimony. 

 

Figure 5. Ball-and-stick representation of (a) SnS with the SbSn 
substitution at the central atom, (b) Sb2S3, and (c) Sb metal. Green: 
Sn; Blue: S; Red: Sb. For clarity, the cluster sizes shown are smaller 
than those used for EXAFS fitting. Note the two distinct lattice 
sites of Sb in Sb2S3, the trivalent Sb1 and quintvalent Sb2. Nearest-
neighbor distances are given in Table 2. 
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Figure 6. EXAFS data and fits for Sb edge: (a) 1.2% SnS(Sb) data with SnS(SbSn ) fit, (b) 1.2% SnS(Sb) data with Sb2S3 fit, and (c) 4.5% 
SnS(Sb) data with Sb metal fit. The vertical lines denote the range chosen for Fourier transformation. 

To elucidate the precise chemical states of Sb dopants in SnS 
films, EXAFS spectra were modeled using the Artemis interface 
to the IFEFFIT software package.28 In the 1.2% SnS(Sb) film, 
antimony may either be incorporated into the film as an SbSn 
substitution as desired, or as Sb2S3 second-phase particles. For 
this reason, we evaluated both structural models: (a) a 6-shell 
model of SnS with the SbSn substitution at the central atom, 
denoted by SnS(SbSn); (b) a 4-shell model of Sb2S3 with the two 
distinct lattice sites of Sb in Sb2S3 weighted equally. For the 
4.5% SnS(Sb) film, we evaluated a 2-shell model of Sb metal. 
Figure 5 gives a spatial representation of each structural model. 
The paths used in each model are outlined in Table 2. The 
refinements were performed using 6-10 free parameters, includ-
ing the half-path lengths Ri, their mean square variation , 
the relaxation term , and energy offset E0, with 8-12 inde-
pendent points per dataset. 

The refinements of models (a) and (b) achieved good fits (R = 
1.5% and R = 1.7%, respectively) for the 1.2% SnS(Sb) data, 
while the refinement of model (c) achieved a good fit (R = 
3.4%) for the 4.5% SnS(Sb) data. Figure 6 shows these EXAFS 
data and fits, and Figure 7 shows the real parts and magnitudes 
of the Fourier transform of these data. Table 3 gives the best-fit 
values of parameters for the fitted spectra. Attempts to refine 
model (c) for the 1.2% SnS(Sb) data or models (a) and (b) for 
the 4.5% SnS(Sb) data were not possible with R values under 
60%. The Sb substitutional [SnS(SbSn)] model qualitatively gives 
the best fit for the 1.2% SnS(Sb) data, closely matching the 
phase and amplitude of χ(R) beyond the sulfur shells. Although 

the Sb2S3 model also fits reasonably well to the data, formation 
of the Sb2S3 phase is unsupported by XRD of the 1.2% SnS(Sb) 
film. Peaks corresponding to Sb2S3 were not observed in the 
XRD pattern, and the SnS lattice constant shift indicates an 
incorporation of Sb into the SnS lattice. Furthermore, the 
phase composition of the SnS-Sb system as measured by 
Kurbanova et al. includes only the SnS and Sb phases for tem-
peratures of 30-500 oC.29 For these reasons, we believe that an-
timony is predominantly acting as a substitutional dopant in 
the 1.2% SnS(Sb), causing the observed increase in resistivity. 
However, we cannot rule out the possibility that a small fraction 
of Sb exists in the Sb2S3 phase, falling below the sensitivity of 
XRD. 

The Sb metal model matches well with the 4.5% SnS(Sb) 
EXAFS data. This supports our hypothesis that the antimony in 
the 4.5% SnS(Sb) is present predominantly in a secondary 
phase, consistent both with our XRD observation of a new peak 
emerging with high doping density, and with the aforemen-
tioned phase composition study of the SnS-Sb system.29 The 
formation of Sb metal observed by EXAFS may underlie the 
decrease of resistivity at the highest Sb doping level; since the 
majority of dopant atoms in this film do not occupy 
substitutional lattice sites, the degree of compensation is re-
duced, and the free hole concentration is increased. We also 
note that dopant precipitation into metallic nanoparticles has 
been observed for other systems such as metal-doped ZnO.30, 31 
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Table 3. Best-fit EXAFS parameters and corresponding paths for three structure models. Models (a) and (b) are fit to 1.2% SnS(Sb) 
data, and model (c) is fit to 4. 5% SnS(Sb) data. See Table 1 for path details 

Parameters 

  Structure model  

SnS(SbSn ) (a) Sb2S3 (b) Sb (c) 

Values Path Values Path Values Path 

 10.2 (2.7) All paths 10.6 (1.0) All paths 9.9 (2.3) All paths 

 0.82 (0.05) All paths 0.93 (0.10) All paths 0.77 (0.25) All paths 

 -0.15 (0.02) S1 0.02 (24.7) [Sb1] – S3 0.00069 (0.017) Sb2 

  S2 0.0002 (2.8) [Sb1] – S2 0.0032 (0.060) Sb3 

 0.050 (0.089) S3 -0.01 (0.07) [Sb2] – S1 - - 

 0.21 (0.35) S4 -0.16 (0.36) [Sb2] – S3 - - 

 -0.08 (0.11) Sn1 - - - - 

 -0.26 (0.13) Sn2 - - - - 

 0.0052 (0.0020) S1 0.003 [Sb1] – S3 0.0051 (0.0024) Sb2 

  S2  [Sb1] – S2 0.019 (0.011) Sb3 

 0.011 (0.022) S3 0.0063(0.0072) [Sb2] – S1 - - 

  S4 0.0056 (0.0031) [Sb2] – S3 - - 

 0.014 (0.039) Sn1 - - - - 

  Sn2 - - - - 

 

 
Figure 7. Real part and magnitude of Fourier transformed EXAFS data and fits: (a) 1.2% SnS(Sb) data with SnS(SbSn ) fit, (b) 1.2% 
SnS(Sb) data with Sb2S3 fit, and (c) 4.5% SnS(Sb) data with Sb metal fit. The vertical lines denote the fitting range. 

Conclusion 
In conclusion, Sb-doped SbS thin films were deposited by 

pulsed-CVD using the reaction of Sn(MeC(N-iPr)2)2 and 
Sb(NMe2)3 with H2S. Small amounts of Sb (~1%) in SnS in-
crease the film resistivity by more than two orders of magni-
tude, most likely due to substitutional doping. Sb addition at 
low levels is an effective means of producing compensated, in-
sulating SnS films, which could be useful in solar cells with a p-i-
n heterostructure. The conductivity type of the Sb-doped SnS 
films could not be determined because of their high resistivity. 
Increasing the doping level from 1.2% to 4.5% appears to cause 
clustering of the Sb into metallic precipitates. 
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