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Enhanced metrology using preferential orientation of nitrogen-vacancy centers in diamond
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We demonstrate preferential orientation of nitrogen-vacancy (NV) color centers along two of four possible
crystallographic axes in diamonds grown by chemical vapor deposition on the {100} face. We identify the
relevant growth regime and present a possible explanation of this effect. We show that preferential orientation
provides increased optical readout contrast for NV multispin measurements, including enhanced ac magneticﬁeld sensitivity, thus providing an important step towards high-ﬁdelity multispin-qubit quantum information
processing, sensing, and metrology.
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Solid-state multispin-qubit systems are a promising
approach to practical applications of quantum information
processing, sensing, and metrology. In particular, the negatively charged nitrogen-vacancy (NV) center in diamond has
a spin-triplet electronic ground state, which can be coherently manipulated using microwave (MW) ﬁelds, optically
initialized, and read out via spin-state-dependent ﬂuorescence,
with spin coherence lifetimes >100 μs at room temperature.1
Recent demonstrations of the utility of NV centers as quantum registers and magnetic- and electric-ﬁeld sensors have
attracted great interest.2–16
The NV center is composed of a substitutional nitrogen
(N) impurity and a vacancy (V) on adjacent lattice sites in
the diamond crystal. Due to the diamond crystal structure,
NV centers can be classiﬁed by the orientation of their
symmetry axes along one of four possible crystallographic
axes: [111], [11̄1̄], [1̄11̄], and [1̄1̄1] (see Fig. 1). In most
diamond samples, NV centers occupy these four orientations
equally. To spectrally distinguish a single NV orientation
class, a static magnetic ﬁeld is applied along the relevant
crystallographic axis, which maximally splits the degeneracy
between ms = ±1 sublevels for the desired NV orientation
class.8,10 This typically limits coherent NV spin manipulation
via a resonant rf ﬁeld to only one quarter of the NV population,
with the rest of the NV centers contributing background
ﬂuorescence and thereby degrading readout contrast. Thus,
preferential orientation of NV centers along a subset of the four
crystallographic axes would beneﬁt multispin applications by
both employing a greater fraction of the NV center population
and reducing background ﬂuorescence.
It was recently shown that for synthetic diamond grown
via chemical vapor deposition (CVD) on {110}-oriented
substrates, NV centers can be incorporated into the lattice as
a unit and thereby found in only two orientations.17 Here we
show that preferential NV orientation can also be realized for
CVD diamond samples grown on {100}-oriented substrates,
which are more commonly available and more compatible with
increased area bulk production,18 making them more suitable
for applications such as bulk magnetometry. We describe the
growth regime and likely mechanism leading to preferential
1098-0121/2012/86(12)/121202(5)

NV orientation. We then present experimental demonstrations
that diamond with preferential NV orientation exhibits higher
contrast for optical readout of the NV spin state and as a result
provides improved ac magnetic-ﬁeld sensitivity.
We employed a wide-ﬁeld ﬂuorescence microscope for
optically detected electron-spin resonance (ESR) measurements on ensembles of NV centers8,10,16 in two {100}-oriented
CVD-grown bulk diamond samples: one with NV centers
populating the four orientation classes equally (sample A)
and one with preferential NV orientation along two crystallographic axes (sample B). The two samples have similar
densities of NV centers (NV ∼ 5 × 1012 cm−3 for sample
A, NV ∼ 3 × 1012 cm−3 for sample B) and spin coherence
lifetimes (T2 ≈ 480 μs for sample A, T2 ≈ 530 μs for sample
B). Sample A contains a natural isotopic abundance of 13 C
(1.1%), which has nuclear spin 1/2, whereas sample B is
isotopically pure (0.01% 13 C). Note that though longer NV spin
coherence times have been measured in high-purity diamonds
with similar isotopic concentrations of 13 C,19 paramagnetic
impurities due to substitutional nitrogen limit the coherence
of sample B to a lifetime that is comparable to that of
sample A. For each sample, NV centers within a 10-μm-wide
region were optically excited by a switched 3-W 532-nm
laser; resulting NV spin state-dependent ﬂuorescence (∼640–
800 nm) from a 6 × 6 × 50-μm detection volume was
collected by a microscope objective and imaged onto a
charge-coupled device array. A MW ﬁeld for NV spin state
manipulation was generated by a loop antenna designed
to produce a homogeneous ﬁeld over the sample detection volume; the NV spins were driven at Rabi frequency
10 MHz.
To determine the relative population of the four NV
orientation classes in the two samples, we applied a static
ﬁeld (B0 = 80 G) along each of the four diamond crystallographic axes (i.e., NV axes) and measured the resulting
ESR spectra. For such magnetic-ﬁeld conﬁgurations, four
NV ESR resonances are observed: one pair of resonances
corresponds to the ms = 0 to ±1 transitions for the class
of on-axis NV centers that are oriented parallel to B0 (at
2.64 and 3.10 GHz for B0 = 80 G); another pair of NV ESR
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FIG. 1. (Color online) Four possible orientations of nitrogenvacancy (NV) color centers in diamond. Carbon atoms are depicted
in black, nitrogen (N) atoms in blue, and vacancies (V) in white. NV
electronic spin is indicated by red arrows.
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resonances corresponds to the three classes of off-axis NV
centers that are not aligned with B0 (at 2.82 and 2.97 GHz for
B0 = 80 G). In sample A, the observed amplitudes of the NV
resonances in the ESR spectra were very similar for each of
the four static magnetic-ﬁeld conﬁgurations, indicating equal
population of NV centers in the four orientation classes [see
Fig. 2(a)]. In sample B, however, the pair of on-axis NV ESR
resonances were found to be very weak (i.e., small amplitude)
for the static magnetic-ﬁeld conﬁgurations B0  [1̄11̄] and
B0  [1̄1̄1], indicating a high fraction of NV centers with
preferential orientation [see Fig. 2(b)]. From the measured
relative amplitudes of the two pairs of NV ESR resonances,
we estimate that ∼94% of the NV centers in the sample B
detection volume are oriented along either the [111] or [11̄1̄]
directions. Similar ESR spectra measured across sample B
indicate a comparable fraction of preferential NV orientation
(within several percent) over the whole sample surface.
In the idealized picture of CVD growth on the (100)
surface (or any of the symmetrically equivalent {100} faces),
a substitutional nitrogen atom can be incorporated at a lattice
site in two conﬁgurations: (i) the two remaining bonds above
the nitrogen allow a vacancy to form an NV center with a
[1̄1̄1] or [1̄11̄] orientation with equal probability or (ii) the
two remaining bonds above the nitrogen allow a vacancy to
form an NV center with a [1̄11] or [1̄1̄1̄] orientation with equal
probability. Thus in the idealized picture of CVD growth on a
{100} surface, the four possible NV orientation classes form
with equal probability [see Fig. 2(c)]. However, for certain
conditions of substrate temperature and ﬂow of nitrogen gas
through the CVD chamber, growth on a {100} surface may
occur via a step-ﬂow mode.20 In this growth mode, the surface
morphology is stepped (comprising low angle risers and
horizontal terraces), as shown in Fig. 2(d), which potentially

(e) 0

terrace

40

60

NV fluorescence
striations

(f)

100 μm

Sample A

(g)

0

20

x (μm)

40

Sample B

100 μm

FIG. 2. (Color online) ESR spectra with static magnetic ﬁeld
(B0 = 80 G) along each of four diamond crystallographic axes for
(a) sample A, which exhibits no preferential NV orientation, and
(b) sample B, which exhibits a high level (∼94%) of preferential NV
orientation. (c) Atomic-level model of NV incorporation in (100) stepﬂow growth, indicating mechanism for preferential NV occupation
of only two orientations. (d) Diagram of {100} step-ﬂow growth
surface and ﬂuorescence striations. (e) Confocal cross-section of a
sample which exhibits ﬂuorescence striations characteristic of {100}
step-ﬂow growth. Microscope images of the surface morphologies
of (f) sample A (scanning confocal) and (g) sample B (differential
interference contrast).

allows the formation of higher angle facets, such as the {110},
to form. Furthermore, in the step-ﬂow growth regime NV
centers are incorporated more readily into the risers rather
than the terraces,21 which results in visible striations in the
ﬂuorescence image of the diamond, as shown in Fig. 2(e). We
hypothesize that the preferential incorporation of NV centers
in {110} facets on the risers can allow for preferential NV
orientation to be realized in {100}-oriented CVD diamond via
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the same mechanism that allows preferential NV orientation
in {110}-oriented CVD diamond.17
As seen in Fig. 2(f), the surface morphology of sample
A is not stepped, indicating that it was not grown under
step-ﬂow conditions, which is consistent with the observed
lack of preferential NV orientation in this sample [Fig. 2(a)].
In contrast, the surface morphology of sample B is stepped
[Fig. 2(g)], indicating that it was grown under step-ﬂow
conditions, which is consistent with the observed preferential
NV orientation of this sample [Fig. 2(b)]. We also observed
varying levels of preferential NV orientation in several
additional {100}-oriented CVD samples exhibiting stepped
surface morphology and ﬂuorescence striations characteristic
of step-ﬂow growth. Detailed characterization of the growth
factors determining the presence and level of preferential NV
orientation will be the focus of future work.
We emphasize that the advantage of samples with preferential NV orientation for NV multispin applications arises from
practical issues that typically restrict useful measurements to
one NV orientation class at a time. In particular, precision
coherent NV spin manipulations (e.g., magnetometry) require
application of high-accuracy, resonant MW pulses. Thus, it is
usually necessary to select one NV orientation class and then
treat this NV class as an effective multispin two-level system
by applying a static magnetic ﬁeld to split the degeneracy
between the ms = ±1 states.3 It is also necessary for the static
ﬁeld to be well aligned with the selected NV axis to avoid
enhanced NV spin decoherence due to anisotropic hyperﬁne
interactions with proximal 13 C nuclear spin impurities.8,22 It is
possible to avoid this limitation by using an isotopically pure
12
C sample with the static ﬁeld aligned such that the different
NV classes are energetically degenerate. However in this case,
there are two issues: an equal spin Rabi frequency is needed
for all four NV orientation classes in order to drive all NV
spins coherently, which is technically quite challenging; and
for magnetometry, vector information about the magnetic ﬁeld
being sensed is lost. Therefore, given these constraints, it is
generally desirable to manipulate a single NV class, in which
case ﬂuorescence from other NV orientations contributes to
the background signal. Hence in samples with NVs oriented
only along two axes, we expect a factor of ∼2 improvement
in readout contrast compared to standard samples with equal
population of all NV orientations. Note also that since the NV
optical transition electric dipole moment lies in the plane perpendicular to the NV axis, a proper choice of the optical polarization of the excitation laser beam can further increase the NV
readout contrast,23 which translates into additional improvement in metrology sensitivity and quantum processing ﬁdelity.
In Fig. 3(a) we present NV spin coherence measurements
that demonstrate the expected factor of 2 improvement in
NV spin-state-dependent optical readout contrast for sample B
(preferential NV orientation along two axes) relative to sample
A (equal populations of all NV orientations). We compare the
NV spin coherence decay of the two samples, measured using
a Hahn echo pulse sequence24 as follows: all NVs are optically
initialized to the ms = 0 state;25 NVs oriented along the static
magnetic-ﬁeld direction are then subjected to a π/2-τ -π -τ π/2 pulse sequence; and ﬁnally all NVs are read out optically.
By varying the duration between pulses τ , the decay of NV
spin coherence as a function of time is measured. Note that
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FIG. 3. (Color online) Comparison for NV nonoriented sample
A and preferentially oriented sample B of (a) NV spin coherence
decay measured using a (b) Hahn echo pulse sequence (timing
of ac magnetic ﬁeld to be measured is shown in green), (c) NV
magnetometry signal (i.e., ﬂuorescence contrast) of an ac magnetic
ﬁeld of frequency fac = 3.08 kHz as a function of magnetic-ﬁeld
amplitude acquired using the same method as in Ref. 10, and
(d) ac magnetic-ﬁeld sensitivity as a function of measurement time.
Spin-state-dependent optical readout contrast from sample B is 2
times larger than from sample A, leading to similarly improved
magnetic-ﬁeld sensitivity.

sample A exhibits collapses and revivals in the measured NV
spin coherence, which result from the Larmor precession of
13
C impurities in this sample.25 This effect does not alter the
decoherence envelope, which is similar for both samples.
The improvement in optical readout contrast for samples
with preferential NV orientation is enabling for high-ﬁdelity
multispin metrology. For example, in a standard ac magnetometry measurement utilizing a Hahn echo control pulse
sequence, an ac magnetic ﬁeld (collinear with the static
magnetic ﬁeld B0 ) induces a net phase accumulation in the
coherence of NV spins that have their axis oriented along
B0 , which is then translated into a measured NV ﬂuorescence
(i.e., magnetometry) signal.3,4,10 The accumulated phase scales
linearly with the amplitude of the magnetic ﬁeld and is
maximized when the full time of the Hahn echo sequence
is equivalent to the period of the ac magnetic ﬁeld (τac ) and
the control pulses coincide with nodes in the ac magnetic ﬁeld
[Fig. 3(b)]. Under these conditions, optimum ac magnetic-ﬁeld
sensitivity is achieved, as given approximately by3
η≈

1
π h̄
.
√
2gμB C(T ) τac nNV

(1)

Here C is a parameter that depends on the optical collection
efﬁciency and measurement contrast, and nNV is the number
of NV spins contributing to the measurement. In particular,
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C scales linearly with the measurement contrast, which is
modiﬁed by NV spin decoherence over the measurement time
T ≈ τac .
In Fig. 3(c) we plot the measured NV magnetometry
signal (i.e., ﬂuorescence contrast) as a function of applied ac
magnetic-ﬁeld amplitude for both the preferentially oriented
sample B and the standard (nonoriented) sample A, using the
Hahn echo sequence described above with an ac magnetic
ﬁeld of frequency fac = 3.08 kHz. The enhanced readout
contrast from the preferentially oriented sample improves
the magnetic-ﬁeld sensitivity by a factor 2. As shown in
Fig. 3(d), we ﬁnd that the ac magnetic-ﬁeld sensitivity in
the detection volume (6 × 6 × 50 μm) for
√ the preferentially
oriented sample B is 2.6 ± 0.1 nT/ Hz, whereas√ the
sensitivity for the standard sample A is 6.1 ± 0.2 nT/ Hz.
The samples we used in these demonstration measurements
are similar in all parameters except for the population of
the different NV classes. Even taking into account the small
differences in spin coherence time and NV density between
the two samples,26 the better sensitivity of sample B is
almost entirely due to the higher readout contrast provided by
preferential NV orientation.
In summary, we demonstrated that CVD diamond grown
on the {100} crystallographic face can yield NV color centers
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