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We present a combined scanning tunneling microscopy and ballistic electron emission microscopy
study of electron transport across an epitaxial Pb�Si�111� interface. Experiments with a self-assembled
Pb nanoscale wedge reveal the phenomenon of confinement-enhanced interfacial transport: a proportional
increase of the electron injection rate into the semiconductor with the frequency of electron oscillations
in the Pb quantum well.
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The physical properties of self-organized epitaxial films
are important for the study of low-dimensional electron
transport [1,2], electron confinement in self-assembled
nanostructures [3–5], and geometry of the buried inter-
faces [6,7]. These films often consist of an extremely
thin epitaxial wetting layer uniformly covering a semi-
conductor surface, and three-dimensional self-assembled
nanostructures that grow on the top of this layer by a
mechanism known as the Stranski-Krastanov growth
mode. Among the remarkable features of these films is
a continuous metallic surface conductivity, which allows
one to electrically contact individual nanostructures
to study their transport properties. Understanding the
influence of electron confinement, i.e., resonant electron
states and size-dependent electron energy quantization,
on the transport properties in these nanostructures is of
fundamental importance in the development of nanoscale
electronic devices. The experimental study of such quan-
tum transport phenomena in nanostructures can be done
with a combination of scanning tunneling microscopy
(STM) [8] and ballistic electron emission microscopy
(BEEM) [9–12].

Being a three-terminal modification of STM, BEEM is
a powerful method for the study of transport phenom-
ena. In the BEEM experiment, the semiconductor sur-
face is usually covered with a thin ��50 Å� metal layer,
where the electrical potential is typically kept at zero. At
low tip-sample bias, electrons tunneling from the STM tip
spread through the metallic surface of the sample. How-
ever, when the energy of the tunneling electrons exceeds
the Schottky barrier height, which is typically about 1 eV,
some of these electrons are injected into the bulk of the
semiconductor. The injected current is then collected by an
Ohmic contact at the back side of the semiconductor sub-
strate. BEEM methodology has been previously used in
the study of Schottky barriers [9,13], semiconductor den-
sity of states [14], resonant transport through semiconduc-
tor heterostructures [14] and buried quantum dots [15], and
defects at buried interfaces [16].

In this Letter, we report the first combined STM/BEEM
experiment on extremely thin metal islands that self-
assemble during epitaxial growth. The results show a
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proportional relationship between the ballistic transport
across the epitaxial interface and the electron confinement
energy in a metallic quantum well (QW), suggesting a
new model for interfacial transport in this regime.

It has been previously shown that, on the Si(111) sub-
strate, Pb islands begin to grow after an initial continu-
ous double layer of Pb wets the surface [17]. On stepped
substrates, Pb islands often possess a wedge-shaped ge-
ometry with an atomically flat top [4]. In this geome-
try, the metal thickness varies in a discrete manner due to
atomic steps at the substrate-metal interface. Using these
wedge-shaped nanostructures in conjunction with STM al-
lows a convenient in situ adjustment of the metallic QW
thickness. These properties make the Pb�Si nanostructures
a perfect object for the study of both electron confinement
effects and quantum transport phenomena.

The semiconductor substrate for our experiment was
cut from a lightly doped n-type Si(111) wafer. An Ohmic
back contact was fabricated ex situ by As implantation,
which created a heavily doped n-type layer. The sample
was placed into an ultrahigh vacuum (UHV) chamber with
a base pressure of 1.5 3 10210 Torr, where its surface was
cleaned by a sequence of direct current heating �1100 ±C�
and ion-beam sputtering �Ne1�. The quality and the
chemical composition of the surface were monitored by
Auger electron spectroscopy and low-energy electron
diffraction. Following the cleaning, Pb atoms were de-
posited from an effusion cell onto a 7 3 7 reconstructed
Si(111) substrate. The sample was then in situ transferred
to a UHV STM operating at room temperature.

The schematic of the experiment is presented in Fig. 1.
The electrical contact to the surface Pb overlayer was made
in situ using a spring contact located 1 mm apart from
the STM tip. This contact was grounded to provide a
separate conductance path for low-energy electrons. The
current injected into the substrate, Ic, was measured with
a picoammeter connected to the back side Ohmic contact
held at zero potential. During the collector current vs
tunnel bias �Ic-V � measurements, the tunneling current was
maintained constant. The inset of Fig. 1 shows a typical
Ic-V characteristic obtained on the Pb wetting layer. We
found that, as long as the energy of tunneling electrons,
© 2001 The American Physical Society 056801-1
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FIG. 1. Schematics of the in situ STM/BEEM experimen-
tal setup. Inset: Typical BEEM current-voltage characteris-
tic obtained on the Pb wetting layer. The threshold E0 �
0.85 eV for the electron injection into the bulk corresponds to
the Pb�Si�111� Schottky barrier height.

E � eV , does not exceed the Pb�Si�111� Schottky barrier
height [18] �E0 � 0.85 6 0.5 eV�, variations of Ic do not
exceed the noise level. Obviously, at these energies all
the tunneling current is collected from the 2D Pb wetting
layer. Increasing the energy of the tunneling electrons
above E0 results in an increase of Ic, which is initially
nearly quadratic and later evolves into a linear dependence
on E [19]. This presents a clear evidence that the Pb
wetting layer possesses a metallic conductivity, and, hence,
can be used to electrically contact the nanostructures.

The complicated structure of our samples, consisting of
objects of different dimensionality, raises a question as to
how local the BEEM current is. In order to answer this
question, we show in Fig. 2 simultaneously acquired STM
and BEEM images (respectively) of our sample. In the
STM image, we observe a significant density of surface
steps. These steps, however, do not prevent the continuous

FIG. 2. 5000 3 5000 Å STM and BEEM images of epitaxial
Pb(111) film on Si(111) acquired simultaneously at a tip voltage
of 21.5 V. A significantly smaller BEEM current is observed
within the borders of the Pb islands as compared to the sur-
rounding Pb wetting layer. The gray scale in the BEEM image
spans the range between 0 to 12 nA.
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metallic conductivity of the Pb wetting layer, as the BEEM
threshold E0 is clearly observed throughout this layer. On
top of the wetting layer, we observe 3D Pb islands with
typical lateral sizes of 2000 Å and thickness varying from
30 to 80 Å. Analysis of the STM and BEEM images shows
a significant reduction of the electron injection across the
Pb islands as compared to the surrounding Pb wetting layer
[20]. Apparently, most of the electrons, which tunnel into
the Pb islands, thermalize below the Schottky barrier by
the time they laterally diffuse into the surrounding wet-
ting layer. As we show below, the electron injection into
the semiconductor is laterally localized not only within a
single Pb island but also within a single constant-height
region of the wedge-shaped Pb islands.

In Fig. 3, we show a series of Ic-V characteristics ob-
tained from Pb islands of different thickness. Since the
interfacial structure remains intact below Pb islands [7],
the Schottky threshold on the islands is the same as on
the wetting layer. However, the shapes of these curves
are different. An additional steplike feature appears in all
the curves of Fig. 3, at an energy position that is clearly
thickness dependent. The position of this steplike feature
increases in energy as the film thickness decreases. This
clearly suggests that the Ic-V features originate from the

FIG. 3. BEEM current-voltage characteristics obtained on Pb
islands of different thickness. The threshold, E0, is the same
as on the wetting layer. The additional thickness-dependent
features that appear on these curves indicate resonant electron
states in Pb islands.
056801-2
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resonant electron states in the Pb islands. A previous study
of resonant states in Pb [4] with scanning tunneling spec-
troscopy has shown that the electron confinement energy,

D �
p h̄yF

H
, (1)

where yF is the Fermi velocity in Pb, indeed increases
as the metal thickness, H, decreases. However, unlike in
tunneling spectra, where resonant steps repeat with an in-
terval of D, the transmission �Ic-V � spectra always contain
only one thickness-dependent steplike feature. As we shall
show later, this is an inherent property of a three-terminal
experiment.

In Fig. 4, we show the typical dependence of the elec-
tron injection rate �Ic�I� into the bulk Si(111) states on
the thickness of Pb film. The data points in Fig. 4 were
obtained by translating the STM tip over the top surface
of the Pb wedge at a fixed tunneling current (10 nA) and
a fixed voltage �21.9 V� and measuring Ic for different
metal thickness. We observe a continuous decrease of
Ic with an increase of the metal thickness. Variations of
Ic with the metal thickness have been attributed to elec-
tron attenuation over the mean-free path, l, which implies
the exponential dependence [21]: Ic ~ exp�2H�l�. This
model, being valid only in the strong scattering limit, does
not account for the alternative regime, i.e., development of
standing electron waves in a metallic film [4,22]. Stand-
ing electron waves in the epitaxial Pb�Si�111� films have
been directly observed in previous studies of this system
[4,7]. In those studies, it was shown that the tunneling
density of states in Pb islands exhibits oscillating energy
dependence both below and above the Pb�Si Schottky bar-
rier. The same experiment conducted at room temperature
indicates a ballistic mean-free path of more than 100 Å.

FIG. 4. Dependence of the normalized BEEM current, Ic�I , on
the Pb thickness. The data points were obtained by translating
the STM tip over the top surface on the self-assembled Pb wedge
at a fixed tip voltage of 21.9 V and a fixed tunneling current of
10 nA (as shown in the inset). The errors are indicated by the
vertical bars.
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Therefore, the picture of a “particle in a box” seems to be
appropriate for the explanation of the thickness-dependent
ballistic transport across the Pb islands.

Consider an electron, of energy E . E0, tunneling from
a STM tip into a metal QW. The transversal motion of
this electron is described by periodic oscillations across
the QW with a frequency V � y�2H, where y � yF .
Hence, the average charge injection into the semiconductor
is given by

Qc � be�Vt� , (2)

where b is the interfacial transmission probability, e is
the electron charge, and t is the bulk electron relaxation
time. The product be represents the charge injection
per attempt, while Vt is the integral number of attempts
to traverse the metal-semiconductor interface, which is
given by the number of electron oscillations inside a QW
that contribute to the interfacial transport. The rest of
the charge can spread only through the wetting layer. As
shown in a previous study, the low-energy part �E , E0�
of the tunneling current can be neglected at large negative
tip voltage [4]. Thus, the ratio of the BEEM current to the
tunneling current is given by the ratio between Qc and e,
and equals

Ic

I
� b�Vt� �

byFt

2H
. (3)

The inverse proportion of the BEEM current to the QW
height, predicted in Eq. (3), can thus explain the decrease
of Ic with the metal thickness. To show this dependence,
we plot �Ic�I�21 as a function of H (Fig. 5). The resulting
linear dependence is clearly observed in Fig. 5. Hence,
comparing Eqs. (1) and (3), we infer that Ic ~ D, i.e., the
interfacial transport in epitaxial QWs is determined by the
electron confinement energy.

Deviations from exponential dependence in thin Au film
on Si(111) were reported earlier [21,23]. However, as bulk
resonant states in Au films have never been observed, the

FIG. 5. The inverse of the normalized BEEM current,
�Ic�I�21, plotted as a function of the Pb thickness. A propor-
tional dependence is clearly observed. The errors are indicated
by the vertical bars.
056801-3
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scaling predicted by Eq. (3) was not observed as well.
Besides, as Au films do not grow in Stranski-Krastanov
geometry, direct thickness measurement with STM is not
possible. By contrast, the two noticeable features of the
Pb�Si�111� interface are (i) self-assembly of the wedge-
shaped islands, allowing for direct thickness determina-
tion, and (ii) electron focusing in the [111] direction due
to the Fermi surface anisotropy, enhancing resonant elec-
tron states in the Pb QWs [24]. The combination of these
two features allows one to consider a Pb island a model
quantum box system.

As was first recognized by Bardeen [25], in two-terminal
transport experiments, such as tunneling into a quantum
box, the scaling effect cannot be manifested. Transport in
these systems can be described as M2r, where M is the
tunneling matrix element, and r is the density of states.
Because of M ~ c ~ 1�

p
H, where c is the electron wave

function in a quantum box, and r ~ H, the scaling effect
always vanishes. By contrast, in three-terminal geome-
try, the flux across a quantum box can be described as
M2N , where N � �I�e�t is the total population number of
resonant states in energy window E0 , E , eV , and the
matrix element M couples c with the collector. It now
becomes clear why only single Ic-V steps are manifested
in the transmission spectra. As the opening of additional
resonant channels does not change N , the higher order
resonant states in these spectra are not visible.

Thus, in the quantum mechanical picture, a three-
terminal experiment with a quantum box allows direct
measurement of jcj2. It seems remarkable that such
measurement is facilitated by electron-phonon interaction,
which represents the main mechanism of bulk relaxation
in our experiment.

In conclusion, confinement-enhanced electron transport
across an epitaxial metal-semiconductor interface was ob-
served with the combination of STM and BEEM. Using
modern methods of nanofabrication and in situ characteri-
zation, we have designed a three-terminal experiment with
a quantum box and experimentally observed quantum scal-
ing of its transmittance. Utilization of a quantum box in a
three-terminal geometry may possibly open a way to de-
velopment of nanoscale quantum transistors.
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