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We demonstrate photonic crystal nanobeam cavities that support both TE- and TM-polarized
modes, each with a Quality factor greater than one million and a mode volume on the order of
the cubic wavelength. We show that these orthogonally polarized modes have a tunable frequency
separation and a high nonlinear spatial overlap. We expect these cavities to have a variety of
applications in resonance-enhanced nonlinear optics.

Ultra-high Quality factor (Q) photonic crystal
nanocavities, which are capable of storing photons
within a cubic-wavelength-scale volume (Vmod), enable
enhanced light-matter interactions, and therefore pro-
vide an attractive platform for cavity quantum electro-
dynamics [1, 2] and nonlinear optics [3–9]. In most
cases, high Q/Vmod nanocavities are achieved with planar
photonic crystal platform based on thin semiconductor
slabs perforated with a lattice of holes. These structures
favor transverse-electric-like (TE-like) polarized modes
(the electric field in the central mirror plane of the pho-
tonic crystal slab is perpendicular to the air holes). In
contrast, the transverse-magnetic-like (TM-like) polar-
ized bandgap is favored in a lattice of high-aspect-ratio
rods [10, 11]. TM-like cavities have been designed in
an air-hole geometry, as well [12–14], but the Q factors
of these cavities were limited to the order of 103. In
addition, the lack of vertical confinement of these cav-
ities results in large mode volumes [12]. Though it is
possible to employ surface plasmons to localize the light
tightly in the vertical direction, the lossy nature of metal
limits the Q to about 102 [14]. In this paper, we re-
port a one-dimensional (1D) photonic crystal nanobeam
cavity design that supports an ultra-high-Q (Q > 106)
TM-like cavity mode with Vmod ∼ (λ/n)3. This cavity
greatly broadens the applications of optical nanocavities.
For example, it is well-suited for photonic crystal quan-
tum cascade lasers, since the inter-subband transition in
quantum cascade lasers is TM-polarized [15–17]. We also
demonstrate that our cavity simultaneously supports two
ultra-high-Q modes with orthogonal polarizations (one
TE-like and one TM-like). The frequency difference of
the two modes can be widely tuned while maintaining
the high Q factor of each mode, which is of interest for
applications in nonlinear optics.

Our design is based on a dielectric suspended ridge
waveguide with an array of uniform holes of periodic-
ity, a, and radius, R, which form a 1D photonic crys-
tal Bragg mirror [18], as shown in Fig. 1(a). The re-
fractive index of the dielectric is set to n = 3.4 (simi-
lar to Si and GaAs at ∼ 1.5µm). We first start with
a ridge of height:width:period ratio of 3:1:1 (dx = a,
dy = 3a) and R = 0.3a. Fig. 1(b) shows the trans-
verse profiles of the fundamental TM-like and TE-like

FIG. 1: (a) Schematic of the nanobeam design, showing the
nanobeam thickness (dy) and width (dx), and the hole spacing
(a). (b) TE00 and TM00 transverse mode profiles for a ridge
waveguide with dy = 3dx. (c) Transmission spectra for the
TE00 (red) and TM00 (blue) Bloch modes. The shaded areas
indicate the bandgaps for both modes.

modes (TM00 and TE00) supported by the ridge waveg-
uide. The TM00 mode has its major component (Ey)
lined along the hole axis, whereas the TE00 mode’s major
component (Ex) is perpendicular to the air holes. Using
the three-dimensional (3D) finite-difference time-domain
(FDTD) method, the transmittance spectra are obtained
of the TM00 and TE00 modes launched towards the Bragg
mirror. Fig. 1(c) shows the TM00 and TE00 bandgaps,
respectively. In contrast to two-dimensional (2D) pho-
tonic crystal slabs, where the photon is localized in the
xz plane via Bragg scattering, here we only require Bragg
confinement in the longitudinal (z) direction, as light is
transversely confined in the other two dimensions by total
internal reflection. It has also been shown experimentally
that 1D photonic crystal nanobeam cavities have compa-
rable Q/Vmod ratios to 2D systems [19, 20].

Introducing a lattice grading to the periodic structure
creates a localized potential for both TE- and TM-like
modes. To optimize the mode Q factors, we apply the
bandgap-tapering technique that is well-developed in pre-
vious work [21–25]. We use an 8-segment tapered sec-
tion with holes (R1-R8) and a 12-period mirror section
at each side. Two degrees of freedom are available for
each tapered segment: the length (wk) and the radius
(Rk). We keep the ratio Rk/wk fixed at each segment,
and then implement a linear interpolation of the grating
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FIG. 2: (a) Schematic of the 1D photonic crystal nanobeam
cavity, with the tuning parameters Rk and wk in the 8-
segment tapered design. (b,c) Mode profiles of the electric
field components ETE,x and ETM,y for the cavity design with
dx = a, dy = 3a. (d,e) Spatial Fourier transform of the elec-
tric field component profiles (ETE,x and ETM,y) in the xz
plane (y = 0).

constant (2π/wk). When the central segment w8 is set
to 0.84a, we obtain ultra-high Qs and low mode volumes
for both TE- and TM-polarized modes (QTE = 1.2×106,
QTM = 2.4 × 106, Vmod,TE = Vmod,TM = 1.2(λ/n)3),
with free-space wavelengths 4.30a and 4.78a, respec-
tively. Fig. 2(b) and (c) show the mode profiles of the
major components of the two modes in the xz mirror
plane. The ultra-high Q factors can also be interpreted in
momentum space [12, 26, 27]. Fig. 2(d) and (e) demon-
strate the Fourier transformed (FT) profiles of the elec-
tric field components ETE,x and ETM,y in the xz plane
(y = 0), with the light cone indicated by the white circle.
It can be seen that both modes’ Fourier components are
localized tightly at the bandedge of the Brillouin zone
on the kz-axis (kz = π/a). This reduces the amount
of mode energy within the light cone that is responsible
for scattering losses. It is also worthwhile to note that
higher-longitudinal-order TE00 and TM00 cavity modes
with different symmetry with respect to the xy mirror
plane exist [22]. For example, the second-order TE00

mode, which has a node at the xy mirror plane, res-
onates at a wavelength of 4.43a. It has a higher Q factor
of 4.7× 106, but a larger mode volume of 2.1(λ/n)3.

For a number of applications of interest, control of the
frequency spacing between the two modes is required.
Examples include polarization-entangled photon gener-
ation for degenerate modes [28], and terahertz genera-
tion for 0.1 − 10THz mode splitting [7]. We tune the
frequency separation of the two modes by varying the

thickness of the structure while keeping the other pa-
rameters constant. In Fig. 3(a), the cavity resonances
of the TE00 and TM00 modes are traced as a function
of the nanobeam thickness (dy/a). The TM-like modes
have a much larger dependence on the thickness than the
TE-like modes. The modes are degenerate at dy = 1.26a,
and for thicknesses beyond this value, ωTE is larger than
ωTM . As dy increases, the splitting increases until it sat-
urates when the system approaches the 2D limit (struc-
ture is infinite in the y-direction). In this limit, we find
that λTE = 4.4a and λTM = 5.1a. The frequency sep-
aration (δω = |ωTE − ωTM |) of this design ranges from
0THz to 20THz, with the TE-like mode wavelength fixed
at 1.5µm by scaling the structure accordingly. Fig. 3(b)
shows the thickness dependence of the Q factor for the
xz design specifications listed above. It can be seen that
the Q factors of both TE- and TM-polarized modes stay
above 105 for the ωTE > ωTM branch.

FIG. 3: (a) TE00 (red) and TM00 (blue) cavity mode reso-
nant frequencies (dotted lines) as a function of the nanobeam
thickness. The bandgap regions of the two modes are shaded.
The frequency separation (δω) of the two modes with the TE-
like mode wavelength fixed at 1.5µm by scaling the structure
accordingly is plotted in green. (b,c) Dependence of the Q
factor and nonlinear overlap factor γ on the nanobeam thick-
ness.

Decreasing dy causes the width of the TM bandgap to
sharply decrease, whereas the width of the TE bandgap
remains almost constant. The narrowed TM bandgap
results in a reduced Bragg confinement, which increases
the transmission losses through the Bragg mirrors. This
is evidenced by the Q factor of the TM mode, which drops
to 9,000 when the thickness:width ratio is 1:1. Though
this leakage can be compensated for, in principle, by in-
creasing the number of periods of the mirror sections,
the length of the structure also increases, which makes
fabrication more challenging for a suspended nanobeam
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geometry. A narrow bandgap also leads to large penetra-
tion depth of the mode into the Bragg mirrors, thereby
increasing the mode volume.

Next, we examine the application of our dual-polarized
cavity for the resonance enhancement of nonlinear pro-
cesses. To achieve a large nonlinear interaction in mate-
rials with dominant off-diagonal nonlinear susceptibility
terms (e.g. χ(2)

ijk, i $= j $= k), such as III-V semiconductors
[8, 9, 29], it is beneficial to mix two modes with orthogo-
nal polarizations. As shown in our previous work [7], the
strength of the nonlinear interaction can be characterized
by the modal overlap, which can be quantified using the
following figure of merit,

γ ≡ εr,d

∫
d d3r

∑
i,j,i"=j ETE,iETM,j√∫

d3rεr|ETE |2
√∫

d3rεr|ETM |2
. (1)

where
∫

d denotes integration over only the regions of
nonlinear dielectric, and εr,d denotes the maximum di-
electric constant of the nonlinear material. Note that
we have normalized γ so that γ = 1 corresponds to the
theoretical maximum overlap. For the TE00 and TM00

modes we studied, the two major components (ETE,x and
ETM,y) share the same parity (have anti-nodes in all the
three mirror planes), and only two overlap components,
ETE,xETM,y and ETE,yETM,x, in Eq. (1) do not vanish.
This allows a large nonlinear spatial overlap. We obtain
γ = 0.76 for the cavity shown in Fig. 2. The overlap
approaches γ = 0.78 in the limit dy → ∞. We find that
the overlap factor, γ, stays at a reasonably high value
(> 0.6) across the full range of the frequency difference
tuning (for ωTE > ωTM branch) [Fig. 3(c)].

FIG. 4: Parameters of the higher-order cavity modes for the
design with dx = a, dy = 3a.

Finally, it is important to note that thick nanobeams
can support higher-order modes with a different number
of nodes in the xy plane, as well. These higher-order
modes are also confined in the tapered section within
their respective bandgaps, with the Q factors and wave-
lengths listed in Fig. 4 for the dx = a and dy = 3a case.
These modes can offer a broader spectral range than the

fundamental modes, which is of great interest to nonlin-
ear applications requiring a large bandwidth [9].

In conclusion, we have demonstrated that ultra-high-
Q TE- and TM-like fundamental modes with mode-
volumes ∼ (λ/n)3 can be designed in 1D photonic crystal
nanobeam cavities. We have shown that the frequency
splitting of these two modes can be tuned over a wide
range without compromising the Q factors. We have also
shown that these modes can have a high nonlinear overlap
in materials with large off-diagonal nonlinear susceptibil-
ity terms across the entire tuning range of the frequency
spacing. We expect these cavities to have broad applica-
tions in the enhancement of nonlinear processes.
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