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Abstract
The identification and differentiation of a large number of distinct molecular species with high
temporal and spatial resolution is a major challenge in biomedical science. Fluorescence
microscopy is a powerful tool, but its multiplexing ability is limited by the number of spectrally
distinguishable fluorophores. Here we use DNA-origami technology to construct sub-micrometer
nanorods that act as fluorescent barcodes. We demonstrate that spatial control over the positioning
of fluorophores on the surface of a stiff DNA nanorod can produce 216 distinct barcodes that can
be unambiguously decoded using epifluorescence or total internal reflection fluorescence (TIRF)
microscopy. Barcodes with higher spatial information density were demonstrated via the
construction of super-resolution barcodes with features spaced by ~40 nm. One species of the
barcodes was used to tag yeast surface receptors, suggesting their potential applications as in situ
imaging probes for diverse biomolecular and cellular entities in their native environments.

Introduction
Fluorescence microscopy is a versatile tool to visualize nanometer- to micrometer-sized
entities. To study multiple species of interest, it is essential to develop multiplexed
fluorescent tags (barcodes). Most existing fluorescent barcodes are constructed using either
intensity encoding _ENREF_1 (e.g., microbeads with anisotropically embedded
fluorophores1–5, cells with combinatorially expressed fluorescent proteins6, nanoarrays
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consisting of different fluorescent DNA tiles7, mRNA hybridized to fluorescent probes8) or
geometrical encoding (e.g., inorganic particles with optical features9–14, nucleic acid double
helices with tandem fluorescent labels15,16) _ENREF_8. Intensity encoding relies on the
combination of multiple spectrally differentiable fluorophores in a controlled molar ratio.
Geometrical encoding, on the other hand, is obtained by separating optical features beyond
the microscope’s resolution limit (typically ~250 nm for diffraction-limited imaging and
~25–40 nm for current super-resolution imaging17) and arranging them in a specific
geometric pattern. The multiplexing capability of geometrically encoded barcodes increases
exponentially as additional spatially distinguishable fluorophores are incorporated. Thus,
with a structurally stiff scaffold capable of defining the spatial arrangement of the
fluorescent molecules, combinatorially large barcode libraries may be constructed.

Despite the remarkable success in synthesizing fluorescent barcodes for in vitro multiplexed
detection1–5,7,9–16, little effort has been made to create robust single-molecule barcodes
suitable as in situ imaging probes. Additionally, most existing fluorescent barcodes range
between 2–100 μm in size, and construction of barcodes with smaller dimensions remains
challenging (with only a few reports3,7,8,12 of sub-micrometer barcodes and no more than 11
distinct barcodes experimentally demonstrated8). Here we report a group of geometrically
encoded fluorescent barcodes self-assembled from DNA. These barcodes are 400–800 nm in
length, structurally stiff, reprogrammable in a modular fashion and easy to decode using epi-
fluorescence or TIRF microscopy. As evidence of their multiplexing power, 216 distinct
barcode species were constructed and resolved using diffraction-limited TIRF microscopy.
Furthermore, barcodes with fluorescent features spaced below the diffraction limit were
resolved using super-resolution microscopy. Finally, one species of the barcodes was used to
tag yeast surface receptors, suggesting their potential application as in situ imaging probes.

Structural DNA nanotechnology exploits the well-defined double-helical structure of DNA
and the predictable Watson-Crick base-paring rules to self-assemble designer nano-objects
and devices.18–23 A particularly effective method is DNA origami.24–30 By folding a long,
single-stranded “scaffold strand” using many short synthetic “staple strands”, this approach
generates complex, shape-controlled, fully addressable nanostructures with sizes of up to
hundreds of nanometers. By functionalizing selected staple strands, such nanostructures can
be used to spatially organize fluorescent guest molecules, including small organic
molecules31–33, metallic34 and semi-conductive nano-particles35. These properties make
DNA origami a promising platform to build robust fluorescent barcodes, as control over the
exact ratio of different fluorophores allows intensity encoding while spatial positioning of
fluorophores facilitates geometrical encoding and can help minimize undesired inter-
fluorophore quenching.

Single-labeled-zone fluorescent barcodes
We first designed a family of 27 barcodes based on six-helix bundle DNA nanorods36 that
are ~800 nm long (Figure 1a). Three 84-base-pair (~28 nm) zones on the nanorod were
selected for fluorescent labeling, with inter-zone distances of 450 nm and 270 nm between
the first and the last two zones, respectively. The fluorescently labeled zones were spatially
arranged to generate an asymmetric fluorescent pattern that is decodable by diffraction-
limited microscopy. For example, labeling the three zones (from left to right in Figure 1a)
with “Blue” (B, Alexa Fluor 488), “Red” (R, Alexa Fluor 647) and “Green” (G, Cy3)
fluorophores (the pseudo-colors reflect the excitation wavelength of the fluorophores)
resulted in a BRG barcode that should be distinguishable from a GRB barcode. Therefore,
33 = 27 different barcodes can be made from three spectrally distinguishable fluorophores.
Within each zone (Figure 1b), fluorescently modified oligonucleotides were hybridized to
the twelve 21-base staple extensions (~6 nm between adjacent fluorophores) protruding out

Lin et al. Page 2

Nat Chem. Author manuscript; available in PMC 2013 April 01.

$w
aterm

ark-text
$w

aterm
ark-text

$w
aterm

ark-text



from the main body of the nanorod. To facilitate imaging, ten additional staple strands were
designed with 5′ biotinylated extensions to enable surface attachment (Supplementary
Figure S1, Supplementary Table S1–S4).

We assembled DNA-origami nanorods following the published protocol36 with slight
modifications (Supplementary Materials and Methods). To validate our system, we
randomly chose five distinct barcodes for quality control experiments. Two distinct features
of these barcodes were clearly visible from the TIR and epi-fluorescence images (Figure 2a,
top and Supplementary Figures S2, S3): first, each fluorescent zone was resolved as a
single-color spot and each complete barcode consisted of three such spots; second, two of
the neighboring spots were separated by a small gap while the other two neighbors sat
closely together. Therefore, one can visually recognize geometrically encoded barcodes
based on the color identity of the spots and their relative spatial positions, even without the
aid of any specialized decoding software. Computer aided analysis of the BRG barcodes
(Supplementary Figure S4, Supplementary Table S5) measured the average center-to-center
distance between the neighboring spots to be 433±53 nm (mean±s.d., N=70; larger distance)
and 264±52 nm (mean±s.d., N=70; smaller distance), confirming the correct formation of
the barcodes. The small discrepancy between these experimentally measured distances and
designed values (478 nm and 295 nm) may be attributed to random thermal bending of the
nanorods (persistence length of ~1–2 μm29, cf. Figure S5). It is important to note that,
unlike NanoString nCounter15, no stretching step was involved in the sample preparation.
The separation between the fluorescent spots was exclusively created by the stiffness of the
DNA nanorod. It is also notable that the spot intensities were not perfectly uniform across
the whole image, which may be due to factors such as the uneven illumination of the sample
and differences in labeling efficiency. Nevertheless, the TIRF images showed that the
barcodes assembled as designed and were resolved unambiguously.

We then manually investigated TIRF images with an area of 50 × 50 μm2 for five selected
barcode species (Figure 2a, bottom). The objects in the images were first sorted into
qualified (i.e., three single-color spots arranged in a nearly linear (with bending angle ≥120°,
cf. Figure S4), and asymmetric fashion as designed) and unqualified (i.e., all other objects)
barcodes. A qualified barcode was further categorized as correct or incorrect (false-positive)
based on whether the geometric pattern of its constituent fluorescent spots corresponds to
the designed type. The unqualified barcodes were further sorted into (1) monomer nanorods
(single spot or two touching spots), (2) barcodes with “wrong” geometry (i.e., extreme
bending), and (3) barcodes containing at least one spot with multiple colors. On average
>80% of the visible objects were determined as qualified barcodes (i.e., ≤ 20% false-
negative out of 188 observed objects), and these qualified barcodes were all correct (i.e.,
zero false-positive out of 154 qualified barcodes. See Supplementary Technical Notes).

For many applications it is important that several different barcode species coexist in one
pool. Thus, it is important to examine the performance of our system when different barcode
species are mixed. In an initial test, BRG and RGB barcodes were synthesized separately,
mixed together at an equal molar ratio, and co-purified via gel electrophoresis. The TIRF
analysis (Supplementary Figure S6) confirmed the 1:1 stoichiometry of the two barcodes
and an overall assembly success rate (qualified barcode/all objects) of ~80%, suggesting that
both barcodes maintained their integrity during the mixing and co-purification processes. In
addition, over 98% of the qualified barcodes were either BRG or RGB barcode. The 2%
false-positive rate was due to an unexpected barcode type, BGB (Supplementary Figure S6),
which could be attributed to a rare occasion in which the front monomer of the BRG
barcode lay in close proximity to the rear monomer of the RGB barcode.
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Next we imaged a pool of all 27 members of the barcode family in which all species were
mixed at equimolar ratio. TIRF images (Figure 2b and Supplementary Figure S7) showed
that all types of barcodes were resolved. Statistical analyses of ~1,500 barcodes across
twenty-seven 50 × 50 μm2 images revealed an average count of 55 barcodes per type with a
standard deviation of 9 (Figure 2c), in rough agreement with the expected stoichiometry
considering pipetting and sampling errors. The distribution of observed objects over the four
categories was consistent with the values measured from single-type barcode samples (note
that here correct vs. incorrect barcodes were not distinguishable, as all 27 types were
included). The above observations suggest that the sub-micrometer-long DNA nanorod
represents a reliable platform to construct geometrically encoded barcodes with built-in
structural stiffness.

Dual-labeled-zone fluorescent barcodes
The multiplexing capability of the barcodes was enhanced by increasing the number of
fluorophore species allowed per zone. We changed the sequence of six staple extensions per
zone so that instead of using twelve identical fluorescent oligonucleotides for labeling, we
used a combination of up to two fluorophore species, which allows more distinct
fluorescence signatures (pseudo-colors) for each zone. This “dual-labeling” strategy
generates six pseudo-colors (B, R, G, BG, BR, and GR) from three spectrally differentiable
fluorophores. Consequently, the total number of distinct barcodes was raised from 33 = 27 to
63 = 216. Five members from the dual-labeled-zone barcode family were chosen for quality
control testing (Figure 3a). The barcodes can be visually decoded either solely from the
superimposed TIRF image or by examining the three separate channels simultaneously. For
example, as shown in the first column of Figure 3a, the barcode “BG--GR-BR” (“--” and “-”
denotes larger and smaller inter-zone distance in the barcode, respectively) exhibited two
spots each in the blue, green, and red channels, but with descending gaps between them. In
the superimposed image, the barcodes have the expected color mixing signature Cyan--
Yellow-Pink. The correct formation of the other four barcode species was verified similarly
(Figure 3a and Supplementary Figure S8). Although the pseudo-colors of the dual-labeled
zones were not always uniform (e.g., some yellow spots were green-tinted while others were
red-tinted) due to inconsistent labeling efficiency, the fluorescence signature of any given
spot could be identified by checking the raw images acquired from the three imaging
channels. Similar to single-labeled-zone barcodes, manual analysis of two 50 × 50 μm2

images of each of the 5 dual-labeled-zone barcode species revealed that 75–95% of the
objects were qualified barcodes, of which 80–90% were the correct type (Figure 3b).
Compared to single-labeled-zone barcodes, the percentage of qualified barcodes remained
the same, while the false positive rate increased from zero (Figure 2a) to 10–20%, reflecting
the expected decrease in the robustness of the dual-labeling strategy (cf. Supplementary
Technical Notes). Note that all five barcodes examined here have each of their zones labeled
with two distinct fluorophore species, likely making them among the most error-prone
members of the dual-labeled-zone barcode family. Therefore, we would expect a smaller
average false-positive rate from the whole family.

We next imaged a mixture containing 72 dual-labeled-zone barcode species, which were
individually assembled and co-purified (Supplementary Figure S9). Custom MATLAB
scripts were used to assist the decoding process (Supplementary Figure S10) in either a fully
automated unsupervised or in a supervised mode in which the software’s best estimate of the
barcode’s identity was presented to the user for approval. Comparison between supervised
and unsupervised decoding results showed >80% agreement between the computer software
and the user (cf. Methods and Supplementary Figure S11). The supervised analysis of thirty-
six 64 × 64 μm2 TIRF images registered 2,617 qualified barcodes that belonged to 116
different species (Supplementary Table S6 and Figure 3c, top panel). The expected 72
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species constituted ~98% of the total barcode population with an average barcode count of
36 per species and a standard deviation of 8. In contrast, the unexpected species averaged
only ~1.4 barcodes per species (maximum 4 counts). Finally, we analyzed a mixture
containing all the 216 members of the dual-labeled-zone barcode family (Supplementary
Figure S12). Unsupervised software analysis of sixty 64 × 64 μm2 images registered an
average count of 34±17 (mean±s.d., N= 7,243; cf. Supplementary Table S7 and Figure 3c,
bottom panel) for each barcode species. This relatively large standard deviation may be
attributed to the increase in the number of distinct barcode species and the decoding error in
the fully automated data analysis. While this system could be further improved to achieve
better assembly and decoding accuracy, our study demonstrated that 216 barcode species
were successfully constructed and resolved (Figure 3d).

Sub-diffraction fluorescent barcodes
The multiplexing capability of the barcodes can also be enhanced by increasing the number
of fluorescent zones and resolving them using super-resolution techniques37–40. We here use
DNA-PAINT31 to obtain super-resolved images of barcodes with fluorescent zones spaced
below the diffraction limit. In stochastic reconstruction microscopy41,42, most molecules are
switched to a fluorescent dark (OFF) state, and only a few emit fluorescence (ON state).
Each molecule is localized with nanometer precision43 by fitting its emission to a 2D
Gaussian. DNA-PAINT exploits repetitive, transient binding of fluorescently labeled
oligonucleotides (“imager” strands) to complementary “docking” strands to obtain stochastic
switching between fluorescence ON and OFF states (Figure 4a). In the unbound state, only
background fluorescence is observed. Upon binding of an imager strand, its fluorescence
emission is detected using TIRF microscopy.

Previously published work demonstrated single-color imaging with DNA-PAINT31. Here
we have extended the technique to three-color imaging by using orthogonal imager strand
sequences coupled to three spectrally distinct dyes (Atto488, Cy3b and Atto655). To
demonstrate the feasibility of the three-color super-resolution barcode system, we designed a
DNA nanorod monomer with 4 binding zones in a symmetric arrangement. The neighboring
zones were separated by ~113 nm — well below the diffraction limit. Each binding zone
consisted of 18 staple strands, which can display three groups of orthogonal docking
sequences (six per group) for the blue, green or red imager strands to bind. As a proof-of-
principle experiment, we designed five different barcodes (Figure 4a and top panel of b).
The bottom panel of Figure 4b shows the super-resolution reconstruction for each channel
separately as well as an overlay of all channels. Figure 4c shows a larger area containing all
five barcodes. The unique pattern of the barcodes in all three channels can be resolved. The
transient, repetitive binding of imager strands to docking sequences on the nanorod not only
creates the necessary “blinking” behavior for localization but also makes the imaging more
robust, as DNA-PAINT is not prone to photo-bleaching (Supplementary Figure S13). We
also constructed an asymmetric barcode version consisting of seven binding zones for green
imager strands with larger and smaller spacing of ~70 nm and ~42 nm, respectively (Figure
4d, Supplementary Figure S14 for overview). If three colors in this arrangement are used,
(28 − 1)7 = 823,543 different barcodes can be constructed. In principle, one can also
construct smaller barcodes while maintaining the multiplexing capability of the diffraction-
limited barcode system. For example, ~100 nm long barcodes with three asymmetric
binding zones would allow for 343 different signatures. The inherent modularity of our
design allows the inter-zone distances to be tailored to a wide range of microscopes and
applications.
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Non-linear fluorescent barcodes
More sophisticated barcodes can be generated using DNA nanostructures with non-linear
geometry. Figure 5 shows an example where three ~400 nm DNA rods were linked to the
outer edge of a ~60 nm DNA ring through hybridization between staple extensions (Figure
5a, inset). Fluorescently labeling the ring and the far end of the nanorods generated a three-
point-star-like pattern clearly resolvable under fluorescence microscopy. TIRF microscopy
and transmission electron microscopy (Figure 5b & Supplementary Figures S15,16) revealed
that about 50% of successfully assembled barcodes featured three nanorods surrounding the
ring with a roughly 120° angle between each other as designed, while many other barcodes
had significantly biased angles between neighboring nanorods due to the semi-flexible
double-stranded DNA linker between the ring and the nanorods. It is conceivable that one
can increase the system’s accuracy and robustness using a similar design to connect three
identical “satellite” linear barcodes to a central hub (here the three satellite barcodes may
share the hub as a common fluorescently labeled zone). Such a design would triplicate
encoding redundancy. In addition, stiffer linkers between the ring and the protrusions (e.g.,
multi-helix DNA with strand crossovers) could be used to achieve better-defined barcode
geometry.

Fluorescent barcodes as in situ imaging probes
Modifying the barcodes with functional ligands such as antibodies and aptamers would
allow the barcodes to tag specific biological samples and serve as multiplexed in situ
imaging probes. In a proof-of-principle experiment, the GRG barcode was used to tag wild-
type Candida albicans yeast. The yeast cells were first mixed with a biotinylated polyclonal
antibody specific to C. albicans, then coated with streptavidin, and finally incubated with
biotinylated GRG barcodes (Figure 6a). TIRF microscopy revealed the barcodes attached to
the bottom surface of the yeast cells (Figure 6b, top panel and Supplementary Figure S17).
While some of the nanorods landed awkwardly on the uneven cell walls of the yeast cells, a
number of GRG barcodes were clearly resolved. In contrast, no barcode tagging was
observed when non-biotinylated antibodies or barcodes were used (Figure 6b, bottom panel
and Supplementary Figure S17), suggesting that no non-specific interaction existed between
the barcode and the cell surface. Here only the bottom layer (~100-nm) of the 3D specimen
was imaged to assure adequate lateral resolution and minimal background noise. With the
development of 3D microscopy44, protein conjugation chemistry45–47 and DNA self-
assembly techniques21–23, we believe a quantitative and multiplexed in situ imaging system
is within reach.

Discussion
In summary, we have constructed a new kind of geometrically encoded fluorescent barcodes
using DNA-origami-based self-assembly. Our approach differs from previous optically
decodable barcoding systems1–16 in the following three aspects: First, our barcodes are 400–
800 nm in length, substantially smaller than existing geometrically encoded fluorescent
barcodes. The sub-micrometer dimensions make them potentially useful as in situ single-
molecule imaging probes. For example, we demonstrated the tagging of cell-surface proteins
in yeast. The system also fulfills a technological challenge to build robust finite-size optical
barcodes with smallest feature approaching or even smaller than the diffraction limit of
visible light.

Second, our barcodes are self-assembled from DNA. Unlike previous constructions, their
synthesis and purification requires no enzymatic reaction15, genomic engineering6,
photolithography14, electrochemical etching48 or microfluidic devices1,14, and is easy to
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perform in a typical biochemistry lab. See Supplementary Technical Note for barcode cost.
The barcodes can be easily modified to display sequence-specific attachment sites simply
through DNA-origami staple extensions.

Third, the robustness and programmability of the DNA-origami-based platform enables high
multiplexing capability. Here we successfully constructed 216 barcode species that were
decoded in one pool, while previous sub-micrometer-sized fluorescent barcodes contained
no more than 11 distinct barcodes3,7,8,12. Even compared to previous production of multi-
color fluorescent barcodes up to 10 μm in size, our system is among the few examples1,15

that demonstrated more than 100 distinct barcode species in practice. The NanoString
nCounter demonstrated larger numbers of barcodes coexisting in a homogenous solution.15

However, the reporter probes of the NanoString (~7-kb or ~2 μm double-stranded RNA-
DNA-hybrid molecules) require stretching to make the barcodes resolvable, making them
difficult to be used as in situ probes. In contrast, the stiff DNA-origami-based barcodes
maintain their structural integrity when applied to cell surfaces, suggesting their potential
use as in situ probes. Furthermore, the combination of the DNA-PAINT imaging technique
and the DNA-origami-based nanorods allowed us to create nanoscopic “super-resolution”
barcodes, suggesting the potential to achieve >100,000 distinct barcodes. Such a large
number of barcodes opens opportunities like human gene expression measurement through
ex situ imaging. In practice, it is likely that a small number of distinct codes could be
sufficient to label the targets of interest in various application scenarios. For those
applications, one could selectively use the best-performing subset of the barcode library and/
or use barcodes with smaller sizes (e.g., ~100 nm barcode with three fluorescent spots).

In the future, we expect our barcodes to interface with the rapidly growing protein/antibody
library and tagging techniques44–47 to yield a versatile imaging toolbox for single-molecule
studies of biological events and biomedical diagnostics. For example, one can envision the
utility of a library of barcodes modified with mono-clonal antibodies against the clusters of
differentiation molecules49 (>300 known) for immunophenotyping applications50. We note
that moving from in vitro imaging on a glass surface to in situ imaging on cell membrane
may present substantial technical challenges. For example, crowding of multiple barcodes
may render individual barcode unresolvable. While our current barcodes are potentially
suitable for in situ labeling of multiple cell types (each carrying distinct surface markers),
they are too bulky for multiplexed detection of many sub-cellular identities in a single-cell.
This challenge could be addressed by using barcodes with more compact size and stiffer
structures (e.g., DNA tetrahedrons with ~50 nm edges). While such smaller barcodes may be
readily used to tag the surface markers of fixed cells, imaging them in living cells likely
poses additional significant challenges: for example, to resolve barcodes on dynamic living
cell membranes may require higher temporal resolution than provided by current super-
resolution microscopy techniques. The barcodes constructed here represent the first
experimental demonstration of a large number of sub-micrometer geometrically encoded
fluorescent barcodes that are structurally stiff and optically resolvable. The fast progress of
nanotechnology’s ability to engineer shape and microscopy’s ability to resolve shape should
enable future constructions of more versatile and powerful geometrically encoded barcodes
for diverse biomedical applications.

Supplementary Material
Refer to Web version on PubMed Central for supplementary material.
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Figure 1. Design of the DNA-nanorod-based barcode
(a) Two schematics of the Blue--Red-Green (BRG) barcode with a segment diagram on the
top and a three-dimensional (3D) view at the bottom. The main-body of the barcode is a
DNA nanorod formed by dimerizing two origami monomers, each consisting of 28 segments
of 42 base pairs (~14 nm in length). The grey segment in the middle represents the junction
where the two monomers are joined together. Three 84-bp zones of the nanorod are
fluorescently labeled (shown as blue, red and green segments) to produce the BRG barcode.
(b) 3D cartoons showing the details of one fluorescently labeled zone. Left: a strand model
of an 84-bp zone before labeling. Each of the twelve 63-base staples (rainbow colors)
contains two parts: the 42-base region at the 5′-end to fold the scaffold (black) into a six-
helix bundle nanorod, and the 21-base extension at the 3′-end protrudes out for fluorescent
labeling. Middle: a simplified model to emphasize the six-helix bundle structure (each helix
shown as a semi-transparent grey cylinder) and the positioning of the twelve staple
extensions (light-grey curls). Right: the zone with “green” fluorescent labeling. The labeling
is achieved by hybridizing the Cy3 (glowing green spheres) modified strands to the staple
extensions.
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Figure 2. Single-labeled-zone fluorescent barcodes
(a) Superimposed TIRF microscopy images of five barcode species (top) and the statistics
from manual counting (bottom). The barcode types are noted under the horizontal axis of the
diagram. Each bar-graph is generated by manually counting the objects in a 50 × 50 μm2

image (~40 barcodes, the exact sample size N is noted beside the corresponding bar-graph).
(b) A representative image of the equimolar mixture of 27 barcode species. (c) Statistics
obtained by analyzing twenty-seven 50 × 50 μm2 images of the 27-barcode mixture (1,485
barcode molecules). Left: counts of the 27 species (55 ± 9; mean ± s.d.). A representative
TIRF image (1.4 × 0.7 μm2) of each barcode type is placed underneath the corresponding
bar. Right: object sorting result shown as a pie-chart. Color scheme used for the bar-graphs
in (a) and the pie-chart in (c): blue, correct barcodes (qualified barcode with expected
identity); green, incorrect barcodes (qualified barcode with unexpected identity); red,
monomer nanorods (one spot or two touching spots); purple, barcodes with wrong geometry
(bending angle <120°, see Methods in SI); orange, barcodes containing at least one spot with
two colors. Note that in the 27-barcode pool, correct vs. incorrect barcodes were not
distinguishable because all barcode types were expected. As a result, the bars and pie
representing the qualified barcodes in (c) are shown in gray. Scale bars: 5 μm.
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Figure 3. Dual-labeled-zone fluorescent barcodes
(a) Typical TIRF microscopy images of five selected barcode species, shown both in
separate channels and as superimposed images. Scale bar: 5 μm. (b) Statistics obtained by
analyzing two 50 × 50 μm2 images of each barcode species (~85 barcodes, the exact sample
size N is noted beside the corresponding bar-graph). The barcode types are noted under the
horizontal axis of the diagram. Color scheme (unrelated to the pseudo-colors of the
fluorophores): blue, correct barcodes (correct geometry and color identity); green, incorrect
barcodes (correct geometry but incorrect color identity); red, monomer nanorods (one spot
or two touching spots); purple, barcodes with wrong geometry (bending angle <120°, see
Methods in SI). (c) Computer-aided barcode counting results of the 72-barcode pool
(N=2,617) and the 216-barcode pool (N=7,243), where the number of qualified barcodes are
plotted as bar-graphs (see Supplementary Tables S6 and S7 for numbers). A computer-
generated reference barcode image is placed underneath the corresponding bar. Note that the
same horizontal axis is used for both bar-graph diagrams. (d) A table containing one
representative TIRF image (1.4 × 0.7 μm2) for each of the 216 dual-labeled-zone barcode
species.
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Figure 4. Super-resolution fluorescent barcodes
(a) Schematic of barcodes for DNA-PAINT super-resolution imaging. The 400 nm DNA
nanorod consists of 4 binding zones evenly spaced by ~113 nm. Each zone can be decorated
with the desired combination of “docking” sequences for red, green or blue imager strands.
The orthogonal imager strands bind transiently to their respective “docking” sites on the
nanorod, creating the necessary “blinking” for super-resolution reconstruction. (b) Top:
segment diagram (similar to Figure 1a) of the nanorod monomers used for creating five
barcodes. Bottom: super-resolution images of the five barcodes shown in separate channels
and as superimposed images. Scale bar: 100 nm. (c) Super-resolution image showing all five
barcodes from (b) in one mixture. The inset shows the diffraction-limited image of a
barcode. Scale bar: 250 nm. (d) An asymmetric barcode consisting of 7 binding zones for
green imager strands spaced at ~70 nm and ~42 nm for larger and smaller distances,
respectively. Scale bar: 100 nm.
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Figure 5. Fluorescent barcode with non-linear geometry
(a) Schematic. Three identical ~400-nm long DNA nanorods are linked to the outer edge of
a DNA ring with diameter of ~60 nm through the hybridization between staple extensions
(inset). The ring and the end of the rod are labeled with Cy3 (green) and Cy5 (red),
respectively. (b) A representative TIRF microscopy image. Scale bar: 5 μm.
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Figure 6. Tagging yeast cells with the GRG barcodes as in situ imaging probes
(a) Cartoon illustrating the tagging mechanism. The biotinylated barcodes are anchored on
the yeast cell through streptavidin molecules bound to biotinylated polyclonal antibodies
coated on the yeast surface. Only two of the ten biotinylated staples on the barcode are
shown for clarity. (b) Superimposed microscope images (acquired in bright field and TIRF)
of the yeast cells treated with the barcodes. Top: yeast cells treated as illustrated in (a).
Bottom: negative control: yeast cells treated with non-biotinylated barcodes. Scale bars: 5
μm.
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