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Abstract

Cartilage tissue equivalents formed from hydrogels containing chondrocytes could provide a
solution for replacing damaged cartilage. Previous approaches have often utilized elastic
hydrogels. However, elastic stresses may restrict cartilage matrix formation and alter the
chondrocyte phenotype. Here we investigated the use of viscoelastic hydrogels, in which stresses
are relaxed over time and which exhibit creep, for 3D culture of chondrocytes. We found that
faster relaxation promoted a striking increase in the volume of interconnected cartilage matrix
formed by chondrocytes. In slower relaxing gels, restriction of cell volume expansion by elastic
stresses led to increased secretion of IL-1p, which in turn drove strong up-regulation of genes
associated with cartilage degradation and cell death. As no cell adhesion ligands are presented by
the hydrogels, these results reveal cell sensing of cell volume confinement as an adhesion-
independent mechanism of mechanotransduction in 3D culture, and highlight stress relaxation as a
key design parameter for cartilage tissue engineering.

Osteoarthritis, a chronic disease characterized by degeneration of articular cartilage, is a
major cause of severe disability. As articular cartilage is avascular and has a limited intrinsic
healing capacity, even small defects of articular cartilage can deteriorate and lead to
osteoarthritisl2. Current clinical treatments for repairing cartilage defects include
autologous chondrocyte implantation (ACI)3, matrix-induced autologous chondrocyte
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implantation (MACI)#, micro fracture®, and allografts®. However, each of these treatments
have had limited success over the long-term. Formation of fibrocartilage instead of articular
cartilage is a well-known issue associated with ACI”, MACI’, and microfracture8, with
fibrocartilage impairing joint function, while allografts carry the risk of disease transmission
from the donor®.

Cartilage tissue equivalents derived from hydrogels containing chondrocytes could provide a
solution for repairing or replacing damaged cartilage®-11. Various hydrogels, such as poly-
ethylene glycol'2, agarosel3, alginate?, hyaluronic acid4, and collagen® have been used for
3D culture of chondrocytes, and some aspects of cartilage tissue have been replicated in
these hydrogels!®. However, proliferation of chondrocytes can be limited! and cartilage
matrix deposition often occurs only immediately adjacent to the cells leading to islands of
cartilage matrix within a sea of hydrogel®17. The source of limited proliferation and
cartilage matrix formation may be the elastic nature of hydrogels typically used, as elastic
stresses in these hydrogels would be expected to resist cell proliferation and the formation of
cartilage matrix1215, Recent studies have found that viscoelastic hydrogels, in which
stresses are relaxed over time, promote spreading and proliferation of adherent cells, and
formation of an interconnected bone matrix by osteogenically differentiated MSCs in 3D
culture819, While there has been extensive study of the impact of hydrogel stiffness or
elasticity on cartilage matrix formation by chondrocytes20-22, the impact of hydrogel stress
relaxation, related to viscosity and creep, on chondrocytes remains unknown. Here we test
whether viscoelastic hydrogels that exhibit fast stress relaxation could provide a
microenvironment that is more conducive to cartilage matrix formation by chondrocytes.

Faster relaxation or greater creep promotes enhanced formation of

cartilage matrix

To assess the impact of viscoelastic properties on chondrocytes, we utilized alginate
hydrogels, in which the rate of stress relaxation or creep could be modulated independent of
initial elastic modulus, swelling, and matrix degradability. Alginate is a polysaccharide that
does not present any cell-adhesion ligands for cells to bind to, and is not degradable by
mammalian enzymes23. Alginate can be crosslinked into a 3D hydrogel with divalent cations
such as calcium, and these hydrogels have been widely used for 3D culture of cells,
including chondrocytes?4-26. [onic crosslinking results in viscoelastic hydrogels27:28, as the
weak ionic crosslinks can unbind under stress or strain, allowing the hydrogel polymer
matrix to flow?8. Material viscoelasticity is often characterized using a stress relaxation test,
in which a constant strain is applied to a material, and the resulting stress, corresponding to
the resistance to deformation, is measured over time28. Several approaches were used to vary
the stress relaxation rate in alginate hydrogels. As in a recent study'8, hydrogels were
formed using alginate with an average molecular weight of 280 kDa, 70 kDa, or 35 kDa, but
the same overall concentration of 2% wt/vol alginate (Fig 1a, b, Supplementary Table 1).
Calcium crosslinking concentrations were adjusted so that the initial elastic moduli of the
gels were constant (Fig. 1c). It was found that hydrogels formed from lower molecular
weight alginate exhibited faster stress relaxation. Further, covalent coupling of short PEG
spacers to the low molecular weight alginate (35kDa) led to hydrogels with even faster stress
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relaxation in the gel. Finally, mixtures of batches of alginate with different average
molecular weights led to formation of hydrogels with intermediate levels of stress relaxation.
Specifically, the time (tq/2) when the stress is relaxed to half of the initial value ranged from
~2 hour to ~1 minute (Fig. 1a, b), with a constant initial elastic modulus of hydrogels of
~3kPa (Fig. 1c). Stress relaxation tests were conducted in unconfined compression, as
relaxation of ionically crosslinked alginate hydrogels under compression was previously
found to occur due to ionic crosslinker unbinding and polymer flow, and not water migration
out of the gels18:28, \When stress relaxation tests were conducted in shear, a similar ordering
and range in relaxation times was observed and the loss tangent, a measure of viscosity that
is defined as the ratio of loss modulus to storage modulus, was a monotonic function of
stress relaxation, confirming this interpretation (Fig. 1d, Supplementary Fig. 1a—c). In
addition to stress relaxation tests, viscoelasticity of alginate hydrogels was also
characterized using creep tests in which a constant shear stress is applied to a material, and
the resulting strain, corresponding to the extent of deformation, is measured over time (Fig.
1e). The creep time (t3/7), defined as the time at which the strain reaches 150% of its
original value under a constant stress, exhibited a similar range and a strong linear
correlation with the timescales for stress relaxation (Fig. 1f, Supplementary Fig. 1d). These
confirm that stress relaxation, creep, and the loss tangent can all be used interchangeably to
describe the viscoelasticity of these alginate hydrogels. Alginate polymer concentration was
maintained at 2% wt/vol in all gels, and all gels were found to be mechanically stable,
exhibiting negligible loss of the dry polymer mass and no detectable change in swelling over
three weeks (Fig. 1g, h).

Using this set of hydrogels, we investigated the impact of hydrogel relaxation on cartilage
matrix formation by chondrocytes. Juvenile bovine chondrocytes were encapsulated in
hydrogels with various stress relaxation rates and an initial modulus of ~3kPa. Formation of
cartilage matrix by chondrocytes was assessed first with immunohistochemical staining for
type Il collagen and aggrecan, critical components of cartilage matrix, after three weeks of
culture. In slow relaxing hydrogels (t 1/~ 2h), deposition of type Il collagen and aggrecan
was restricted to the region only immediately adjacent to the cells (Fig. 2a). This matches
the results previously reported in non-degradable elastic hydrogels20. Strikingly, as the rate
of stress relaxation or creep was enhanced, greater areas of type-11 collagen and aggrecan
deposition and a more interconnected cartilage matrix were observed in the faster relaxing
gels (Fig. 2a). In addition, in the fast relaxing gels, chondrocytes formed canonical
pericellular matrices (PCM), as indicated by staining for type VI collagen, and exhibited
bean-shaped morphologies resembling those of chondrocytes in PCM in hormal hyaline
cartilage?® (Fig. 2b, Supplementary Fig. 2, 3a). A quantitative assessment of cartilage matrix
area formed per chondrocyte confirmed that faster relaxation led to a wider area of cartilage
matrix formed per chondrocyte (Fig. 2c). As immunohistochemical stainings were done on
random sections of the gels, greater area of cartilage matrix measured in the sections
corresponds to greater volume of cartilage matrix in the 3D constructs. As the alginate
hydrogels used in this study are nanoporous with negligible degradation and surround the
chondrocytes, displacement of hydrogels must accompany cartilage matrix formation
outside of the cells. Using fluorescent beads to track gel strains, displacement was observed
in fast relaxing hydrogels but not in slow relaxing hydrogels (Supplementary Fig. 4). Next,
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amounts of both collagen and sulfated glycosaminoglycan (sGAG), another major
component of cartilage matrix, deposited by chondrocytes were quantitatively assessed at
various timepoints. Chondrocytes were found to deposit significantly higher levels of both
collagen and sSGAG in hydrogels with faster stress relaxation (Fig. 2d—e). Interestingly, while
the amount of cartilage matrix area formed per cell was a monotonic function of stress
relaxation, both normalized amounts of collagen and SGAG to DNA in gels were similar in
the faster relaxing gels, or gels with stress relaxation times ranging from t1,» = 965 seconds
to 63 seconds (Supplementary Fig. 5). Macroscopically, the hydrogel constructs exhibited
increased opacity with faster relaxation, as would be expected for increased production of
cartilage matrix (Supplementary Fig. 3b).

As previous work has implicated hydrogel stiffness in mediating cartilage matrix
formation20:21.30 e next examined how altered hydrogel stiffness regulated the effect of
relaxation. In hydrogels with an initial elastic modulus of 20 kPa, trends similar to those in 3
kPa gels were observed, with faster relaxation leading to greater areas of type-11 collagen
and aggrecan deposition as well as higher quantities of secreted collagen and sGAG
(Supplementary Fig. 6, 7, 8). Interestingly, the impact of stiffness on cartilage matrix
formation was diminished in hydrogels with faster relaxation. In slow relaxing gels,
production of both sGAGs and collagen was significantly higher in the softer hydrogels
relative to the stiffer hydrogels, but this difference substantially decreased in gels with faster
stress relaxation (Fig. 2f—g). Importantly, a comparison of the impact of calcium
concentration on cartilage matrix formation in all the gel formulations indicates that these
effects are due to mechanics and not calcium concentration (Supplementary Fig. 9). These
findings indicate that the impact of stiffness on cartilage matrix is affected by hydrogel
viscoelasticity.

Hydrogel relaxation regulates the chondrogenic phenotype

Next, we established the impact of hydrogel relaxation on chondrocyte number. The
construct DNA content, related to the number of chondrocytes, exhibited a strong correlation
with the rate of stress relaxation in hydrogels with an initial elastic modulus of 3 kPa (Fig.
3a, Supplementary Fig. 8c). The amount of DNA decreased in hydrogels with slower stress
relaxation, corresponding to a decrease in cell number. As changes in cell number arise from
a combination of cell proliferation and cell death, cell proliferation and death were
quantitatively assessed in the gels. Proliferation of chondrocytes, indicated by nuclear
staining of Ki-67, was enhanced in gels with faster stress relaxation and suppressed in gels
with slower stress relaxation after 7 days in culture (Fig. 3b—c). Conversely, cell death,
indicated by levels of lactate dehydrogenase (LDH) released into the media, was
significantly diminished in gels with faster stress relaxation after 7 days in culture (Fig. 3d).
A similar trend was observed in hydrogels at a higher stiffness (Supplementary Fig. 10).
These findings indicate that faster relaxation enhanced chondrocyte proliferation and
inhibited cell death.

To assess the chondrocyte response to altered hydrogel relaxation, we measured the
expression of anabolic genes, which are involved in cartilage matrix synthesis, and catabolic
genes, which are involved in cartilage matrix degradation. Faster relaxation led to significant
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up-regulation of anabolic genes, such as type Il collagen and aggrecan, after 7 days of
culture (Fig. 3e—f, Supplementary Fig 11, 12) relative to those cultured in slower relaxing
gels. While there was a slight increase in expression of type | collagen, known to be
associated with fibrocartilage, with faster relaxation, no type | collagen was detected in any
gel in immunohistochemical stainings (Supplementary Fig 13). In contrast, expression of
genes ADAMTS4 and MMP13, whose products are involved in cartilage matrix turnover as
well as catabolism of cartilage matrix, was strongly up-regulated in chondrocytes cultured in
slower relaxing gels for 7 or 21 days relative to those cultured in fast relaxing gels (Fig. 3h—
i, Supplementary Fig. 12d—e). Expression levels of SOX9, a key transcription factor for
chondrocytes3?, did not exhibit any significant correlation with stress relaxation at day 7
(Fig. 3g). Therefore, hydrogel relaxation regulates the chondrocytic phenotype, with faster
relaxation promoting the matrix-forming functions of chondrocytes independent of SOX9
expression, and slower relaxation inducing a gene expression profile associated with matrix
degradation.

The impact of hydrogel relaxation is mediated through IL-1p secretion

After finding a strong impact of hydrogel relaxation on chondrocyte fate and function, we
investigated the molecular mechanism underlying this effect. The phenomena of increased
cell death and strongly up-regulated catabolic gene expression, observed in chondrocytes
encapsulated in slow relaxing hydrogels, are also observed during osteoarthritis32. Previous
studies have identified the cytokine interleukin-1p (IL-1p), produced by immune cells and
chondrocytes, as a major driver of osteoarthritis progression, finding that IL-1p secretion
induces strong up-regulation of catabolic gene expression and massive apoptosis of
chondrocytes in osteoarthritic cartilage33:34. Intriguingly, we found a strong increase in
expression of IL-1p and elevated levels of IL-1p protein released into the media in
chondrocytes cultured in hydrogels with slower relaxation after 7 days, indicating that slow
relaxation activated IL-1p signaling (Fig. 4a—b). Up-regulated gene expression of IL-1p
persisted after 3 weeks of culture in hydrogels with slow stress relaxation (Supplementary
Fig. 12e). To test the role of IL-1f signaling in driving cell death and catabolic gene
expression in slow relaxing hydrogels, IL-1p signaling was inhibited by blocking IL-1f
receptor binding using the IL-1 receptor antagonist (IL-1Ra). Strikingly, inhibition of IL-1p
signaling in chondrocytes cultured in hydrogels with slow relaxation resulted in reduced cell
death and reduced expression of ADAMTS4 and MMP13 to levels approaching those of
chondrocytes cultured in fast relaxing gels (Fig. 4c—€). These results demonstrate that the
impact of hydrogel relaxation on chondrocyte death and catabolic gene expression is
mediated through secretion of IL-1p produced by the chondrocytes.

Restriction of chondrocyte volume expansion induces IL-1p signaling

Next, we examined the physical mechanism through which hydrogel relaxation regulated
IL-1p signaling. Notably, substantial differences in the size of chondrocytes in gels with
different levels of stress relaxation were observed (Fig. 5a—b, Supplementary Fig. 14a-b).
The size of single chondrocytes increased in faster relaxing gels, while cells in slower
relaxing gels exhibited sizes similar to those of isolated primary chondrocytes prior to
encapsulation. Time-lapse microscopy revealed that chondrocytes in fast relaxing gels
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expanded over the 2 days following encapsulation, while chondrocytes in slow relaxing gels
did not detectably expand over this time, despite substantial intracellular movements (Fig.
5c¢, Supplementary Videos 1-2). Importantly, the relationship between chondrocyte size and
hydrogel stress relaxation was found to hold in other material systems. The size of single
chondrocytes encapsulated in polyethylene glycol (PEG) hydrogels, which are elastic and
exhibit negligible stress relaxation under compression, are similar to that found in the slow
relaxing alginate hydrogels (Fig. 5d, Supplementary Fig. 15). Contrastingly, chondrocytes in
agarose hydrogels, which are viscoelastic and exhibit stress relaxation comparable to the
relaxation of the fast relaxing alginate hydrogels, exhibit sizes similar to those observed in
the fast relaxing alginate hydrogels (Fig. 5d, Supplementary Fig. 15). Although extreme
volume expansion of chondrocytes is associated with a hypertrophic phenotype3®, both gene
expression and protein levels of type X collagen, a key marker of the hypertrophic
phenotype, did not increase with faster stress relaxation (Supplementary Fig. 12f, 16).
Further, the size of single chondrocytes in fast relaxing hydrogels was still significantly
smaller than that of hypertrophic chondrocytes in the deep zone of cartilage (Supplementary
Fig. 17). The size of chondrocytes cultured in slow relaxing hydrogels did not change when
IL-1p signaling was inhibited by IL-1Ra, indicating that cell volume changes occurred
upstream of IL-1p signaling (Fig. 5e). As the hydrogels do not present any cell adhesion
motifs to promote cell signaling, together these results suggest the possibility that
mechanical restriction of cell volume expansion in slow relaxing gels induces IL-1p
signaling.

To test this possible mechanism, we directly assessed the impact of restricting cell volume
expansion on IL-1p signaling in chondrocytes by using osmotic pressure to control
chondrocyte volume. Chondrocytes were cultured in fast relaxing gels (t 1/, ~ 478s) for 7
days under a range of osmotic pressures. Osmotic pressure was modulated by adding
different amounts of 400 Da PEG, an inert molecule, into the culture media. Increased
osmotic pressure led to a decrease in cell size (Fig. 5d—e). The range of cell sizes resulting
from variation of osmotic pressure in fast relaxing gels was similar to the range of cell sizes
resulting from encapsulation of cells in hydrogels with different rate of stress relaxation.
Proliferation of chondrocytes was found to decrease with higher osmaotic pressure (Fig. 5f,
g), while levels of cell death were found to increase with higher osmotic pressure (Fig. 5h).
Further, strong up-regulation of IL-18, ADAMTS4, and MMP13, as well as down-regulation
of type Il collagen, were observed in chondrocytes where cell volume expansion was
inhibited by increased osmotic pressure (Fig. 5i—k, Supplementary Fig. 18). The impacts of
altered cell volume on cell proliferation, cell death, and gene expression of IL-1p,
ADAMTS4, and MMP13 when volume was modulated by varying hydrogel relaxation or
osmatic pressure were quantitatively similar (Fig. 51-p). As these represent two distinct
approaches to modulating cell volume, the similar effects suggest that cell volume itself
regulates these processes. Together, these findings indicate that spatial confinement against
cell volume expansion by slower relaxing hydrogels restricted proliferation of chondrocytes
and induced IL-1p signaling, cell death, and activation of a catabolic phenotype.
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This work establishes the role of hydrogel relaxation in mediating the ability of
chondrocytes to form cartilage matrix. While there have been many mechanical property
measurements of viscoelasticity in cartilage3®, chondrons37:38, and chondrocytes3940, this
mechanotransduction study examined how the matrix viscoelasticity impacts chondrocyte
behavior. Previous studies have found limited proliferation and deposition of cartilage matrix
by chondrocytes encapsulated in non-degradable or slowly-degrading hydrogels of PEG12,
agarosel3, alginate*! and hyaluronic acid?2. Similar behaviors were observed for
chondrocytes encapsulated in slow relaxing alginate hydrogels. In contrast, in fast relaxing
gels, chondrocytes proliferated, produced higher levels of key articular cartilage matrix
proteins, and formed a more interconnected cartilage extracellular matrix containing PCM
with bean-shaped chondrocytes. As the alginate hydrogels exhibited negligible degradation,
underwent similar levels of gel swelling, and presented no cell-adhesion ligand binding sites
to the cells, the observed response was attributed solely to the alteration in the mechanical
property of viscoelasticity. Viscoelasticity in ionically crosslinked alginate hydrogels arises
from ionic crosslinker unbinding followed by polymer matrix flow, and can be described by
either stress relaxation, creep, or the loss tangent of the hydrogels. Interestingly, the
timescale of stress relaxation of the fast relaxing alginate hydrogels of ~1s when tested in
shear was similar to that of juvenile bovine cartilage tested in shear (Supplementary Fig. 19).
Similarly, cartilage, chondron, and chondrocytes have been found to exhibit viscoelastic
responses with characteristic timescales ranging from 0.5 — 10 seconds3¢-40, These indicate
that the fast relaxing hydrogels may more closely mimic the viscoelasticity of the native
cartilage microenvironment than the slow relaxing hydrogels.

Our results suggest two distinct mechanisms by which hydrogel relaxation mediates
cartilage matrix formation and the chondrogenic phenotype in chondrocytes (Fig. 6). The
first mechanism involves restriction of cell volume expansion following culture. We found
that cell volume expansion was restricted in slower relaxing gels, and that this spatial
confinement of cell volume activated IL-1p signaling, subsequently leading to increased cell
death and catabolic gene expression. In contrast, in fast relaxing gels, elastic stresses
resisting chondrocyte volume expansion are relaxed, allowing the cells to expand. This
impact of stress relaxation on chondrocyte cell volume expansion in hydrogels for 3D
culture was found in alginate hydrogels and confirmed in PEG and agarose hydrogels. The
size of chondrocytes in fast relaxing hydrogels was larger than chondrocytes in mature
hyaline cartilage®?, but smaller than hypertrophic chondrocytes in the deep zone of hyaline
cartilage. We note that there could be multiple pathways by which chondrocytes can be
induced to form large amounts cartilage matrix. Chondrocytes in cartilage tissue can actively
remodel the surrounding microenvironment by using proteases to degrade the matrix, while
the alginate hydrogels are not degradable by these proteases. Therefore, cartilage matrix
forming activities and volume expansion may be different for chondrocytes in hyaline
cartilage.

While previous studies have found the importance of volume regulation by chondrocytes in
cartilage physiology*2=44, our work demonstrates that chondrocytes utilize changes in
volume to sense the viscoelastic properties of their microenvironment. In adherent cells, it is
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known that cells sense viscoelasticity through exerting traction forces at integrin-ECM
ligand adhesions, gauging resistance to traction forces, and clustering ligands18:45-48,
However, no integrin-binding cell adhesion ligands are present in the alginate hydrogels
used here. Further, the volume expansion occurs over the first two days of culture, while
cells are surrounded by the alginate hydrogel and before substantial amounts of cartilage
matrix have been secreted. Therefore, the use of cell volume modulation to sense matrix
viscoelasticity serves as an adhesion-independent mechanism of mechanotransduction in 3D
culture. It is possible that adherent cells might use a combination of adhesion-independent
and adhesion-mediated mechanisms to sense matrix viscoelasticity.

The second mechanism by which hydrogel relaxation mediates cartilage matrix formation
and the chondrogenic phenotype in chondrocytes involves restriction of cartilage matrix
deposition during the stage of cartilage matrix formation by chondrocytes. While the
amounts of cartilage matrix component secreted by chondrocytes was similar in gels with
stress relaxation times of 965s, 478s, and 63s, the amount of cartilage matrix volume formed
per cell was a monotonically increasing function of stress relaxation rate, with a maximum
volume of cartilage matrix formed in the fastest relaxing gels. In all of the hydrogels,
chondrocytes are surrounded by a nanoporous hydrogel with negligible degradation, so that
formation of extracellular cartilage matrix involves displacement of the surrounding
hydrogel. In slow relaxing hydrogels, elastic stresses resist this displacement over long
times. In faster relaxing gels, however, elastic stresses are dissipated, and chondrocytes form
wide regions of cartilage matrix that become interconnected. A similar trend is observed in
elastic hydrogels that are engineered to be degradable124°. While it is difficult to compare
these approaches, as degradation causes changes of other physical properties, the similarities
broadly suggest that engineered degradation and faster relaxation represent two
complementary approaches to improving cartilage matrix formation in hydrogels.

Previous studies have shown the importance of mechanical stiffness of hydrogels on
regulation of chondrocyte function. The elastic moduli of the hydrogels used in these studies
ranges from 2 kPa to 100 kPal2:14.20.21 which is comparable to the moduli of chondrocyte
PCM, ranging from 10 kPa to 75 kPa2%. Enhanced stiffness in covalently crosslinked PEG
based hydrogels, found to exhibit minimal stress relaxation here, restricted production of
SGAG and collagens, distribution of cartilage matrix, and proliferation of chondrocytes20:21,
However, our work revealed that the impact of stiffness was dependent on hydrogel
relaxation. In our studies, the elastic modulus of the alginate hydrogels used was either 3
kPa or 20 kPa, falling within the range of moduli used in previous studies. A similar trend of
reduced stiffness promoting cartilage matrix formation was only observed in the slow
relaxing hydrogels, and the impact of stiffness was substantially diminished in hydrogels
with fast relaxation.

The finding that IL-1p, a pro-inflammatory cytokine that plays a causal role in osteoarthritis
pathogenesis, is involved in mediating the impact of hydrogel relaxation suggests a possible
link to osteoarthritis. Previous studies proposed the role of either cartilage matrix
stiffening®® or volume expansion”3 in the initiation of osteoarthritis. We found that restricted
cell expansion by a more elastic microenvironment induces IL-1f signaling. Therefore, these
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results suggest a possible interplay between the biophysical properties of PCM and cell
expansion during osteoarthritis progression.

METHODS

Alginate preparation

Sodium alginate with an average molecular weight of 280kDa (high-MW) was obtained for
these studies (LF20/40, FMC Biopolymer). Molecular weight of alginate was modulated as
has been described previously8. Briefly, Mid- or low-MW alginate was prepared by
irradiating high-MW alginate with a 3 or 8 Mrad cobalt source, respectively. mid-MW
alginate had an average molecular weight of 70 kDA and low-MW alginate had an average
molecular weight of 35 kDa. Polyethylene glycol (PEG) coupled alginate was prepared
following a previous protocol'8. Briefly, one chain of low-MW alginate was covalently
coupled to an average of two PEG-amine molecules (5 kDa, Laysan Bio) using carbodiimide
chemistry. Specifically, at a pH of 6.5, 500 mg of alginate was dissolved in 50 ml of 0.1 M
MES (2-(N -morpholino) ethanesulfonic acid, Sigma-Aldrich) buffer. Then 13.7 mg of
Sulfo-NHS, 24.2 mg of EDC (N -(3-dimethylaminopropyl)-/A/© -ethylcarbodiimide
hydrochloride, Sigma-Aldrich), and 295 mg of PEG-amine was mixed with the solution, and
the reaction was allowed to proceed for 20 h. The resulting solution was dialyzed for three
days in deionized water (molecular weight cutoff of 10 kDa). Finally, the product was
purified with activated charcoal, sterile filtered, frozen and lyophilized.

Mechanical characterization

Unconfined compression tests were used to measure the initial elastic modulus of all
hydrogels and juvenile cartilage and stress relaxation times of alginate gels and PEG
hydrogels using a previously published method8:28. Gel and cartilage disks (6 mm in
diameter, 2 mm thick) were equilibrated in DMEM for 24 h. First, a compressional
deformation rate of 1 mm/min was applied to the gels, using an Instron 5848 material testing
system with a 10N load cell, until a compressional strain of 15% was achieved. The initial
elastic modulus was measured as the slope of the stress—strain curve between 5 and 10%
strain. Subsequently, the 15% strain was held constant, while measuring stress over time.
The stress relaxation time, Ty, was quantified as the time for which the initial stress of the
gel was relaxed to half of its original value. Shear stress relaxation tests and creep tests were
conducted using an AR-G2 stress-controlled rheometer (TA Instruments, DE). Samples were
prepared for rheological analysis following a previously published method®!. Alginate
solution was directly deposited between two plates of the rheometer immediately after
crosslinking, but before gelation. The storage modulus and the loss modulus were recorded
over time to track gelation of the hydrogel solution. Once the hydrogels had fully gelled, as
indicated by the storage and loss modulus reaching an equilibrium value, stress relaxation
tests and creep tests were performed. The reported loss tangent was measured immediately
prior to initiating the stress relaxation tests. The gel formed a 20 mm diameter disk with a
thickness of ~1.0 mm. Mineral oil (Sigma, MO) was applied to the surface of hydrogels
exposed to air to prevent the dehydration of hydrogel. The stress relaxation time was then
measured over time for 20,000 seconds after a constant shear strain of 15 % strain was
applied with a rise time of 0.1s. The creep time was measured over time for 10,000 seconds
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after a constant shear stress of 100 Pa was applied with a rise time of 0.1s and the creep
time, T3/, was quantified as the time for the strain to reach 150% of its initial value
immediately following the application of stress. To prevent dehydration and slippage of
cartilage disks (6mm in diameter, 2 mm thick) during shear stress relaxation tests, the
cartilage disks were tightly held between a sandpaper covered base plate and a sandpaper
covered top plate, and a custom plastic chamber was used to keep the edge of the disks
immersed in Dulbecco’s phosphate-buffered saline (DPBS, Invitrogen, CA). The initial
elastic modulus of agarose hydrogels was measured using unconfined compression.
However, stress relaxation of agarose hydrogels was measured in shear, since the stress
relaxation of the agarose hydrogels was found to be highly sensitive to temperature and the
rheometer provided precise control over temperature. Gelation of agarose hydrogels was
conducted at 4 °C until the storage modulus and loss tangent reached an equilibrium value,
and then stress relaxation tests were conducted at 37 °C.

Characterization of gel swelling and degradation

Characterization of gel swelling and degradation were conducted according to a previous
method8. First, the wet weights of the hydrogels were measured after incubating hydrogels
in cell culture media at 37 °C for either 1 or 21 days. Next, the hydrogels were frozen and
lyophilized and then the dry weights of the lyophilized hydrogels were measured. The
swelling ratio was calculated as the ratio of the wet weight to the dry weight.

Cell isolation

Chondrocyte isolation from bovine cartilage was conducted according to a previously
published method®2. Briefly, hyaline articular cartilage was harvested from a patellofemoral
groove of a bovine leg. Bovine legs were purchased directly from a commercial vendor
(Research 87, MA). The cartilage was then diced into ~1 mm3 cubes, washed in Dulbecco’s
phosphate-buffered saline (DPBS, Invitrogen, CA), and digested for 24 hours at 37°C in
standard Dulbecco’s Modified Eagles Medium (DMEM, Invitrogen, CA) containing
collagenase type 11, type IV (Worthington Biochemical, NJ), and 1% Antibiotic-Antimycotic
Solution (Corning, MA). After digestion, a 70 um nylon filter was used to remove
undigested cartilage. The filtered solution was centrifuged and washed twice in DPBS. The
number of viable cells was determined using a VI-CELL counter (Beckman Coulter, IN).
The chondrocytes were prepared for freezing by suspension in DMEM media with 50% fetal
bovine serum (FBS, Invitrogen, CA) and 10% dimethyl sulfoxide (DMSQO, Fisher, PA) and.
The frozen cells were stored in liquid nitrogen until use in experiments.

Encapsulation of cells within hydrogels and 3D cell culture

Frozen bovine chondrocytes were thawed in a 37°C water bath, washed twice in DPBS,
recounted, and used without further expansion. Cells were encapsulated in hydrogels as
described previously!8. First, cell solution was prepared by suspending the chondrocytes in
serum-free DMEM at a final concentration of 100 million cells/ml, determined using a cell
counter (VI-CELL, Beckman Coulter). Next, alginate solution and cell solution were each
added to Luer lock syringes and then homogenously mixed, using a female—female Luer
lock coupler (Value-plastics). Serum free DMEM containing various concentration of
CaSQy, in another Luer lock syringe, was then mixed with the cell-alginate solution. The
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mixture was then deposited on a hydrophobic surface a glass plate, and then covered with
another glass plate, with a 2 mm spacing between plates. The cell-alginate mixture was fully
gelled for 45 min. For encapsulation of cells in PEG and agarose hydrogels, cells were
resuspended at 100 million cells/mL in each hydrogel precursor solution. PEG hydrogel
precursor solution consisted of 5% (w/v) poly (ethylene glycol diacrylate) (PEGDA,10kDa,
Laysan Bio), and 0.05% w/v photoinitiator (Irgacure D 2959, Ciba Specialty Chemicals,
NY) in DPBS. Agarose hydrogel precursor solution was composed of 4% (w/v) low melting
temperature agarose (Cat# 50302, Lonza, Swiss) in DPBS heated to 60 °C. Both cell-
hydrogel suspensions were deposited between two glass plates spaced 2mm apart. The
agarose was allowed gel for 20mins on ice. The PEG was exposed to UV light (365 nm
wavelength) following deposition between plates at 3 mW/m?2 for 5 minutes to induce
gelation. Subsequently, all cell-hydrogels were punched out using a biopsy punch and
immersed in growth medium. All hydrogels containing cells were cultured in the growth
medium, which consisted of low glucose DMEM (Invitrogen, CA) containing 10% Fetal
Bovine Serum (Invitrogen, CA), 0.1 mM nonessential amino acids (NEAA, GE, PA), 10mM
HEPES (Invitrogen, CA), 0.05mg/ml L-ascorbic acid-2-phosphate (Sigma, MO), 1%
Antibiotic-Antimycotic Solution (Corning, MA), and 1 mM calcium chloride (Sigma, MO).
The medium was changed every 2-3 days during cell culture studies. For mechanical
studies, the above procedure was conducted without mixing cells into the gels. For observing
displacement of hydrogels, 0.2 um fluorescent microspheres (Thermofisher, MA, Cat#
F8811) were homogeneously mixed into the alginate solution at a final concentration of 20
million beads/ul before mixing cells with the alginate and gelation.

Immunohistochemistry

For immunohistochemistry, the samples for staining were prepared as described
previously!8. The hydrogel constructs were first fixed with 4% paraformaldehyde (Alfa
Aesar, MA) for 60 min, and washed in PBS containing calcium (cPBS, GE, PA). The gels
were placed in 30% sucrose (Fisher Scientific, PA) at 4°C for one day, and then incubated in
OCT-sucrose, a mixture of 50% of 50% OCT (Tissue-Tek, Sakura, CA) and a 30% sucrose
solution, for 5 hours. Gels were then embedded in OCT, frozen and sectioned. The sectioned
samples for immunohistochemistry were prepared with a thickness of 30-80 um using a
cryostat (Leica CM1950), and processed using standard immunohistochemistry procedures.
Sections were washed three times in DPBS, permeabilized with DPBS containing 0.5%
Triton X-100 (Sigma, MO), and then blocked with blocking buffer that contained 1% bovine
serum albumin (BSA, Sigma, MO), 10% Goat serum (Invitrogen, CA), 0.3M glycine
(Fisher, PA) and 0.1% Triton X-100 in DPBS. The following antibodies/reagents were used
for immunostaining: mouse monoclonal type I collagen antibody (Sigma, cat. #2456),
aggrecan antibody (Abcam, cat. #3778), rabbit polyclonal type Il collagen antibody (Abcam,
cat. #34712), rabbit polyclonal type VI collagen antibody (Abcam, cat. #6588), rabbit
polyclonal type X collagen antibody (Abcam, cat. #58632), Ki-67 antibody (Thermofisher,
cat. #9106), Prolong Gold antifade reagent with DAPI (Invitrogen, CA), AF-488 Phalloidin
to stain actin (Invitrogen, CA), Goat anti-Rabbit 1gG AF 647 (Invitrogen, CA) and Goat
anti-Mouse 1gG AF 555(Invitrogen, CA). Immunostaining for bovine cartilage was
conducted using the same procedure described above.
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Biochemical analysis

Biochemical analysis was conducted as described previously®2. Briefly, the hydrogels
containing chondrocytes were removed from their culture medium. The gels were frozen and
lyophilized. The dry mass of gel was measured as the mass of the lyophilized constructs.
Then the gels were digested in DPBS containing papainase (Worthington, NJ) at 60°C for 16
hours. The PicoGreen assay (Molecular Probes, OR) was utilized to measure amount of
DNA in gels. Lambda phage DNA was used as the standard for DNA quantity with the
assay. The 1,9- dimethylmethylene blue (DMMB) assay was conducted to measure the
amount of SGAG in hydrogel construct. Shark chondroitin sulfate (Sigma, MO) was used as
the standard of SGAG amount under the DMMB assay®3:>4, The hydroxyproline assay was
applied to measure the amount of collagen contents in gels after acid hydrolysis®®. Hydroxy-
L-proline (Sigma, MO) was used as the standard of hydroxyproline amount under the assay.
Collagen amount was converted from hydroxyproline amount with a 1:7.46
hydroxyproline:collagen mass ratio®®. Values reported for SGAG, collagen, and DNA were
normalized with the dry mass of gel.

Level of cell death with LDH assay

For assessing the level of cell death in each of the gels, the release of the intracellular
enzyme lactate dehydrogenase (LDH) into the cell culture media was measured with the
Promega CytoTox fluorescence assay kit (Promega, CA), using an LDH standard and
according to the manufacturer’s instruction. Briefly, 10ul of culture medium at each time
point (day 2, 4, and 7) was added into a 96 well plate (Corning, MA), and diluted substrate
solution was then mixed with the culture medium. The resulting mix was incubated in the
dark for 1 hour. Absorbance values at 560nm were measured using a plate reader (Bio Tek,
V/T). The amounts of LDH were normalized by the value of LDH leased from cells
encapsulated in the hydrogels with the slowest stress relaxation.

IL-1B secretion analysis

The gels containing chondrocytes were removed from culture medium after 7 days of culture
and washed in DPBS. Gels were then crushed with RNase free pestles (Fisher, PA) for
homogenization in a microcentrifuge tube (Corning, MA). The crushed gels were then
totally disassociated by adding 5 mM EDTA solution, composed of sodium phosphate
dibasic (NapHPO4, Sigma, MO) and ethylenediaminetetraacetic acid disodium salt
dehydrate (Na,EDTA, Sigma, MO). The solution was centrifuged at 10,000 rpm for 5
minutes and the supernatant was extracted. The protein concentration of IL-1f in the
supernatant was quantified using the bovine IL-1p ELISA Reagent Kit (Thermofisher, MA),
with recombinant bovine IL-1 as a standard, and according to the manufacturer’s
instruction. The measured values were normalized to DNA amounts in each of the gels.

Gene expression analysis

TRIZOL (Invitrogen, CA) and the total RNA extraction kit (Epoch, TX) were used to
harvest RNA in each of the cell-gel constructs and in bovine cartilage. Polymerase chain
reaction (PCR) with a High-Capacity cDNA Reverse Transcription Kit (Thermofisher, MA)
was conducted to transcribe 300 ng of RNA extracted from each sample into cDNA. Levels
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of gene expression was measured with Real time PCR using Fast SYBR green master mix
(Applied Biosystems, CA) and bovine specific primers (Table S1). Relative gene expression
was quantified using 2~ACt method and internally normalized to beta-actin and then
compared to isolated primary chondrocytes. Used anabolic genes were Type 1l collagen
(COL2), aggrecan (AGGRECAN), type I collagen (COL1), and type X collagen, and
catabolic genes were MMP13 and ADAMTSA4. Gene expressions of IL-1p and Sox9 were
also quantified with the same method.

Image analysis

For assessing proliferation, immunohistochemical stainings of cells for DAPI/phalloidin/
KI-67 were imaged using a Leica confocal microscope with a 64X NA = 1.40 PlanApo oil
immersion objective. The proliferation rate of chondrocytes was then calculated by manually
counting the number of cells with a nucleus staining positive for Ki67 among a random
selection of 300 cells. For quantification of area of cartilage matrix per cell or single cell
area in an image, the area stained with a type Il collagen antibody in 6 different sections
obtained from 3 independent gels was measured as a proxy for cartilage matrix area, while
the area stained with phalloidin was measured to determine cell area, using a custom routine
in Image J. Then both areas were normalized by the number of nuclei counted in the image
of the DAPI channel.

Inhibition of IL-1 signaling

After encapsulation of chondrocytes in slow relaxing gels that exhibited an initial modulus
as 3kPa, cell-gel constructs were placed in culture media with 500 ng/ml bovine IL-1Ra
(Innovative Research, MI). The concentration of IL-1Ra was determined from our own pilot
studies and the value is comparable to that used for a similar purpose in another study>6:57,
Levels of LDH and gene expression of MMP13 and ADAMTS4 were measured as described
above after seven days of culture.

Osmotic pressure studies

To modulate osmotic pressure in the culture medium, 400 Da polyethylene glycol (PEG 400,
TCI America, MA) was added to the culture media in different amounts, as done
previously®8-59. Briefly, different concentrations of sterilized PEG 400 were added to culture
media following encapsulation of chondrocytes into gels with a relaxation time of 436
seconds with an initial modulus of 3kPa. Concentrations of 0% (control), 2%, 4%, and 8%
by wt/vol of PEG 400 were added to the media for the experiments. Osmotic pressures were
determined from these concentrations using the empirically determined formula®®: y =
0.00002¢* - 0.0007¢3 + 0.0311¢2 + 0.5596 ¢ as ¢ indicates concentration of PEG 400 in
media. After 7 days of culture, immunohistochemical staining was performed and then
image analysis was conducted to measure cell size as described above. Proliferation of cells,
levels of cell death, and relative expression of MMP13, ADAMTS4 and IL-1p were
measured as described above.
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Statistical analysis

All experiments were conducted using at least three replicate hydrogels per condition.
Statistical analyses were performed using one- or two-way analysis of variance (ANOVA)
with post hoc Bonferroni’s multiple comparison test used to make pairwise comparisons
between multiple groups or a two-tailed student t-test when only two groups were being
compared using GraphPad Prism 7.0 statistical software (GraphPad Software). Trends were
evaluated for statistical significance with Spearman’s rank correlation test, also using
GraphPad Prism. Differences were considered to be statistical significant when p<0.05. Data
are expressed as means + s.e.m., with 77 denoting the number of samples analyzed or with
box and whisker plots, which show 25/50/75th percentiles as box plots and whiskers as
minimum/maximum. F-values and degrees of freedom for all ANOVAs, and t-values and
degree of freedom for all t-tests, are provided in Supplementary Table 3.

Supplementary Material

Refer to Web version on PubMed Central for supplementary material.
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Figure 1. Modulating the rate of stress relaxation or creep of alginate hydrogels independent of
initial elastic modulus, swelling, and degradation

a, Representative stress relaxation profiles of alginate hydrogels composed of alginate of
varying molecular weights, or modified with a short PEG spacer. b, Time scale of stress
relaxation, Ty, for the different alginate hydrogels. c, Initial elastic modulus of the different
alginate hydrogels. (p=0.2818 by Spearman’s rank correlation, and p> 0.7407 by one-way
ANOVA test). d, Quantification of the loss tangent for the different alginate hydrogel
formulations. e, Representative creep profiles of the different alginate hydrogels. f, Time
scale of creep response, t3/, for the different alginate hydrogels. g, Swelling ratio of
alginate hydrogels were measured after 1 day or 21 days in culture. (p > 0.9999 for both
time points by two-way ANOVA test, and p> 0.2 for each hydrogel at different time points
by Student’s t test). h, Dry mass of alginate hydrogels after 1 day or 21 days in culture
normalized by the value at day 1. (p> 0.9999 for both time points by two-way ANOVA test,
and p> 0.2661 for each hydrogel at different time points by student’s t test). #### located on
the top indicates p< 0.0001 by Spearman’s rank correlation. **, *** and **** indicate a
statistically significant difference when compared to high MW alginate condition with p<
0.01, 0.001, and 0.0001 by one-way ANOVA test. All data are shown as mean + s.e.m, n>3
replicates per conditions, except for g and h, which show 25/50/75th percentiles as box plots
and whiskers as minimum/maximum.
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Figure 2. Faster stress relaxation in the hydrogels promotes increased cartilage matrix
production and formation of a wider volume of interconnected cartilage matrix

a, Immunohistochemical stains of chondrocytes cultured in 3kPa hydrogels for 21 days.
Scale bar, 25 pm. b, Immunohistochemical stains of pericellular matrix and bean-shaped
chondrocytes cultured in fast relaxing gel (T, = 63s) for 21 days and in hyaline cartilage.
Scale bar, 10 pm. ¢, Quantification of area of type Il collagen per cell constructed by
chondrocytes for 21 days. (n = 6 images from 3 hydrogels per each condition, #### p <
0.0001 by Spearman’s rank correlation, **** p < 0.0001 compared to the slow relaxing gel
(/2 = 7058s) condition by one-way ANOVA test, mean + s.e.m.). d—e, Quantification of
accumulated (d) collagen and (e) sulfated glycosaminoglycan (sSGAG) produced by
chondrocytes cultured for 21 days (#### p < 0.0001 by Spearman’s rank correlation; *** p<
0.001, and **** p< 0.0001 compared to slow relaxing gel (t1/» =7058s) condition by one-
way ANOVA test). f—g, Quantification of the accumulated (f) collagen and (g) SGAG after
21 days in 3 kPa or 20 kPa alginate gels (*p < 0.05, *** p< 0.001 and **** p< 0.0001 by
student’s t-test). The box plots show 25/50/75th percentiles and whiskers show minimum/
maximum. Biological replicates (n = 4) are represented in d—g.
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Figure 3. Faster relaxation promotes proliferation and anabolic, or matrix forming, gene
expression in chondrocytes, while slower stress relaxation induces cell death and catabolic, or
matrix degrading, gene expression in chondrocytes

a, Quantification of DNA content in constructs consisting of chondrocytes cultured in 3 kPa
hydrogels over 21 days (n=4 biological replicates,  p <0.05, and " p <0.01 compared to
value at Day 1 by two-way ANOVA test). The box plots show 25/50/75th percentiles and
whiskers show minimum/maximum. b, Immunohistochemical stains for Ki-67 in nucleus of
chondrocytes cultured for 7 days. Scale bar, 25 um. ¢, Quantification of chondrocyte
proliferation (n=3 biological replicates, measured in 200+ cells per replicate). d,
Quantification of LDH levels after 7 days of culture, normalized by the value in the slowest
relaxing gel condition (n=5 replicates per conditions). e-g, Quantification of gene
expression of () type Il collagen (COL2), (f) aggrecan (AGGRECAN), (g) the transcription
factor Sox9 (SOX9), (h) a collagenase (MMP13), and (i) an aggrecanase (ADAMTS4) after
7 days of culture (n=3 replicates per conditions). Values are normalized by gene expression
levels measured in isolated primary chondrocytes, and gene expression of chondrocytes in
articular cartilage are indicated by the label “tissue”. *, **, *** and **** indicate statistical
significant difference when value compared to that in the slowest relaxing gel condition with
p<0.05, 0.01, 0.001, and 0.0001 respectively (two-way ANOVA test in a and one-way
ANOVA test in c—i). ### and #### on the top in each figure indicate p <0.001 and 0.0001
respectively (Spearman’s rank correlation). Data are shown as mean + s.e.m. in c—i.
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Figure 4. Slower stress relaxation induces secretion of IL-1p, which mediates strong up-
regulation of catabolic activities of chondrocytes and cell death

a, Quantification of gene expression of IL-1p for chondrocytes after 7 days. Values are
normalized by the gene expression level measured in isolated primary chondrocytes, and
gene expression of chondrocytes in articular cartilage are indicated by the label “tissue”. (n=
3 replicates per conditions, ## p < 0.01 by Spearman’s rank correlation). b, Quantification of
the amount of IL-1p secreted into the hydrogels after 7 days of culture in the indicated
conditions, normalized to DNA amounts (n=4 replicates per conditions, #### p < 0.0001 by
Spearman’s rank correlation). From a to b, *, **, *** and **** indicate a statistically
significant difference when compared to slowest relaxing gel condition (t1/,=7058s) with p
< 0.05, 0.01, 0.001 and 0.0001 respectively (one-way ANOVA test). ¢, LDH levels in media
for chondrocytes cultured in the slowest relaxing gel in the presence (IL-1Ra) or absence
(CNTR) of IL-1Ra, normalized by the value for the control group (n=8 replicates per
conditions). LDH level in media for chondrocytes cultured in faster relaxing gels
(t1/2=478s) is shown for comparison. d—e, Relative gene expression of MMP13 and
ADAMTS4 in the presence (IL-1Ra) or absence (CNTR) of IL-1Ra (n=3 replicates per
conditions). Gene expression levels for chondrocytes cultured in faster relaxing gels (478s)
are shown for comparison. From c to e, *, ** and **** indicate statistical significant
difference when compared to control (7058s) with p < 0.05, 0.01 and 0.0001 respectively
(Student’s £test). All data are shown as mean + s.e.m.
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Figure 5. Spatial confinement against cell expansion in hydrogels with slow stress relaxation
induces decreased proliferation and increases in IL-1p secretion, cell death and catabolic
activities of cells

a, Chondrocytes after 7 days. Scale bar, 5um. b, Chondrocyte size (n > 50, #### p < 0.0001,
Spearman’s correlation, *** p< 0.001, and **** p< 0.0001, one-way ANOVA). c,
Timelapse images of chondrocytes. Scale bar, 10 um. d, Chondrocyte size in PEG and
agarose hydrogels (n > 25 cells, p<0.0001, one-way ANOVA), compared to alginate
hydrogels (n.s. p>0.09, one-way ANOVA). e, Chondrocyte size in slow relaxing hydrogels
in absence (CNTR) or presence of IL-1Ra (n > 30, p=0.27, t-test). f, Chondrocytes in fast
relaxing gels after 7 days. Scale bar, 5um. g, Chondrocyte size (n > 50 cells, #### p
<0.0001, Spearman’s correlation, * and **** indicate p < 0.05 or 0.0001, one-way
ANOVA). h, Ki-67 stainings. Scale bar, 25 um. i, Chondrocyte proliferation (n=3, 200+ cells
per replicate, #### p < 0.0001, Spearman’s correlation). j, Normalized LDH levels (n=5,
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Spearman’s rank correlation, p<0.0001). k—m, Normalized gene expression of (k) IL-1p, (1)
MMP13, and (m) ADAMTSA4 after 7 days of culture (n=3, ### p <0.001, and #### p
<0.0001, Spearman’s correlation). From k to m, *, **, *** and **** indicate statistical
significant difference against control with p <0.05, 0.01, 0.001, and 0.0001 respectively
(one-way ANOVA). n—r, Scatter plots of (n) proliferation, (0) LDH levels, and gene
expression of (p) IL-1B, (q) MMP13, and (r) ADAMTS4 with cell area for varying stress
relaxation or osmotic pressure. For n and o, linear regression analysis showed a global trend
(purple line) of proliferation or cell death with area of single cells. Data are shown as mean
+s.e.m.
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Figure 6. Hydrogel stress relaxation regulates chondrocyte phenotype through restricting cell
volume expansion and cartilage matrix formation

Primary chondrocytes initially expand their volume following encapsulation in a hydrogel.
In an elastic hydrogel, elastic stresses from the solid matrix resist the expansion and confine
cell volume. Spatial confinement of cell volume inhibits proliferation of the cell and
stimulates production of IL-1p, which in turn drives catabolic activities of chondrocytes and
cell death. In a viscoelastic hydrogel with fast stress relaxation, elastic stresses are dissipated
over time, allowing cell volume expansion. Over longer times, elastic stresses resisting cell
proliferation and cartilage matrix deposition are also relaxed, allowing formation of a greater
volume of interconnected cartilage matrix.

Nat Mater. Author manuscript; available in PMC 2018 April 02.



